4.3. Carti aparute in edituri consacrate din strainatate
	Nr.

crt.
	Titlul lucrarii
	Autori
	Editura

	1..
	Modificari de suprafata ale biopolimerilor prin metode conventionale si neconventionale
	M Aflori
	Ed. Technopress, Iasi, 2016, 208 p


4.5. Carti editate in edituri consacrate din strainatate
	Nr.

crt.
	Titlul lucrarii
	Editori
	Editura

	1.
	Advanced Structured Materials, Vol. 26, Photochemical behavior of multicomponent polymeric-based materials
	D. Roşu, P.M.Visakh
	Springer International Publishing Switwerland, 1-20, (2016); ISBN 978-3-319-25194-3, 405 pag.


4.12. Carti editate in Editura Academiei Romane 
	Nr.

crt.
	Titlul lucrarii
	Coordonatori/

redactori
	Editura

	1.
	Strategia de dezvoltare a Romaniei in urmatorii 20 de ani, vol. II 
	V. Vlad / R.D. Rusu, C.P. Constantin
	Ed. Academiei Romane, Bucuresti; ISBN: 978-973-27-2706-5 (2016)

	
	Strategia de dezvoltare a Romaniei in urmatorii 20 de ani, vol. III
	V. Vlad / R.D. Rusu, C.P. Constantin
	Ed. Academiei Romane, Bucuresti; ISBN: 978-973-27-2615-0 (2016)


4.14. Articole publicate in reviste cotate de Web of Science (Thomson Reuters)
	Nr.

crt.
	Titlul lucrarii
	Autori
	Revista
	FI

	1. 
	Smart macroporous IPN hydrogels responsive to pH, temperature and ionic strength: Synthesis, characterization and evaluation of controlled release of drugs 
	E. S. Dragan, A. I. Cocarta
	ACS Applied Materials and Interfaces, 8, 12018-12030 (2016)
	7.145

	2. 
	Spectroscopic characterization of azo dyes aggregation induced by DABCO-based ionene polymers and dye removal efficiency as a function of ionene structure
	E. S. Dragan, J. Mayr, M. Haring, A. I. Cocarta, D. D. Diaz
	ACS Applied Materials and Interfaces, 8, 30908-30919 (2016)
	7.145

	3. 
	Kinetics of free radical polymerization of N-substituted amides and their structural implications
	A. Aldea, A. M. Albu, A. Nicolescu, V. Tecuceanu
	Advances in Materials Science and Engineering, vol. 2016, Article ID 6430416/1-9 (2016)
	1.010

	4. 
	Novel procedure to enhance PLA surface properties by chitosan irreversible immobilization
	E. Stoleru, R. P. Dumitriu, B. S. Munteanu, T. Zaharescu, E. E. Tanase, A. Mitelut, G. L. Ailiesei, C. Vasile
	Applied Surface Science, 367, 407-417 (2016)
	3.150

	5. 
	MAPLE preparation and characterization of mixed arylenevinylene based oligomers: C60 layers
	A. Stanculescu, G. Socol, L. Vacareanu, M. Socol, O. Rasoga, C. Breazu, M. Girtan, F. Stanculescu
	Applied Surface Science, 374, 278-289 (2016)
	3.150

	6. 
	UV-cured polymeric films containing ZnO and silver nanoparticles with UV-vis light-assisted photocatalytic activity
	V. E. Podasca, T. Buruiana, E. C. Buruiana
	Applied Surface Science, 377, 262-273 (2016)
	3.150

	7. 
	Crosslinked multilayer-dye films deposited onto silica surfaces with high affinity for pepsin
	F. Bucatariu, C. A. Ghiorghita, A. I. Cocarta, E. S. Dragan
	Applied Surface Science, 390, 320-327 (2016)
	3.150

	8. 
	Complex poly(lactic acid)-based biomaterial for urinary catheters. I. Influence of AgNP on properties
	R. N. Darie-Nita, B. S. Munteanu, N. Tudorachi, R. Lipsa, E. Stoleru, I. Spiridon, C. Vasile
	Bioinspired, Biomimetic and Nanomaterials, 5, 132-151 (2016)
	0.523

	9. 
	Complex poly(lactic acid)-based biomaterial for urinary catheters. II. Biocompatibility
	E. Stoleru, B. S. Munteanu, R. N. Darie-Nita, G. M. Pricope, M. Lungu, A. Irimia, M. Rapa, R. D. Lipsa, C. Vasile
	Bioinspired, Biomimetic and Nanobiomaterials, 5, 152-166 (2016)
	0.523

	10. 
	Formulation and evaluation of anise-based bioadhesive vaginal gels
	C. A. Gafitanu, D. Filip, C. Cernatescu, C. Ibanescu, M. Danu, E. Paslaru, D. Rusu, C. G. Tuchilus, D. Macocinschi
	Biomedicine and Pharmacotherapy, 83, 485-495 (2016)
	2.326

	11. 
	Antibacterial activity of Mannich bases derived from 2-naphthols, aromatic aldehydes and secondary aliphatic amines
	G. Roman, V. Nastasa, A. C. Bostanaru, M. Mares
	Bioorganic and Medicinal Chemistry Letters, 26, 2498-2502 (2016)
	0.252

	12. 
	Effects of air relative humidity and temperature on photodegradation processes in beech and spruce wood
	L. Tolvay, C. M. Popescu, Z. Molnar, E. Preklet
	BioResources, 11, 296-305 (2016)
	1.334

	13. 
	An original method for producing acetaldehyde and diacetyl by yeast fermentation
	I. Rosca, A. R. Petrovici, M. Brebu, I. Stoica, B. Minea, N. Marangoci
	Brazilian Journal of Microbiology, 47, 949-954 (2016)
	0.865

	14. 
	Ethyl chitosan synthesis and quantification of the effects acquired after grafting it on a cotton fabric, using ANOVA statistical analysis
	V. Popescu, A. Muresan, G. Popescu, M. Balan, M. Dobromir
	Carbohydrate Polymers, 138, 94-105 (2016)
	4.219

	15. 
	New antimicrobial chitosan derivatives for wound dressing applications
	O. M. Dragostin, S. K. Samal, M. Dash, F. Lupascu, A. Panzariu, C. Tuchilus, N. Ghetu, M. Danciu, P. Dubruel, D. Pieptu, C. Vasile, R. Tatia, L. Profire
	Carbohydrate Polymers, 141, 28-40 (2016)
	4.219

	16. 
	Physically and chemically crosslinked cellulose cryogels: Structure, properties and applications for controlled release
	D. Ciolacu, C. Rudaz, M. Vasilescu, T. Budtova
	Carbohydrate Polymers, 151, 392-400 (2016)
	4.219

	17. 
	Dual crosslinked iminocarbonate-chitosan hydrogels with strong antifungal activity against Candida planktonic yeasts and biofilms
	D. Ailincai, L. Marin, S. Morariu, M. Mares, A. C. Bostanaru, M. Pinteala, B. C. Simionescu, M. Barboiu
	Carbohydrate Polymers, 152, 306-316 (2016)
	4.219

	18. 
	Synthesis, characterization and drug release properties of 3D chitosan/clinoptilolite biocomposite cryogels
	M. V. Dinu, A. I. Cocarta, E. S. Dragan
	Carbohydrate Polymers, 153, 203-211 (2016)
	4.219

	19. 
	Synthesis, properties and fungal degradation of castor-oil-based polyurethane composites with different cellulose contents
	S. Oprea, V. O. Potolinca, P. Gradinariu, A. Joga, V. Oprea
	Cellulose, 23, 2515-2526 (2016)
	3.195

	20. 
	Magnetic cellulosic materials based on TEMPO-oxidized viscose fibers
	G. Biliuta, S. Coseri
	Cellulose, 23, 3407-3415 (2016)
	3.195

	21. 
	Removal of some commercial pesticides containing   -Cypermethrin, Deltamethrin and Mancozeb as active ingredients by chitosan solution
	L. Ghimici, C. E. Brunchi, A. Diaconu
	Cellulose, 23, 3837-3846 (2016)
	3.195

	22. 
	Transparent and fluorescent thin films of polysilane-SiQD nanocomposite: cellulose acetate
	L. Sacarescu, M. Simionescu, G. Sacarescu, S. Coseri
	Cellulose, 23, 3847-3860 (2016)
	3.195

	23. 
	Diffuse phase transition and high electric field properties of BaCeyTi1-yO3 relaxor ferroelectric ceramics 
	L. P. Curecheriu, C. E. Ciomaga, V. Musteata, G. Canu, V. Buscaglia, L. Mitoseriu
	Ceramics International, 42, 11085-11092 (2016)
	2.758

	24. 
	Photocatalytic degradation of Rhodamine B dye using ZnO-SnO2 electrospun ceramic nanofibers
	P. Pascariu, A. Airinei, N. Olaru, L. Olaru, V. Nica
	Ceramics International, 42, 6775-6781 (2016)
	2.758

	25. 
	Supramolecular rulers enabling selective detection of pure short ssDNA via chiral self-assembly
	I. Kocsis, A. Rotaru, Y. M. Legrand, I. Grosu, M. Barboiu
	Chemical Communications, 52, 386-389 (2016)
	6.567

	26. 
	Artificial water channels - incipient innovative developments
	M. Barboiu
	Chemical Communications, 52, 5657-5665 (2016)
	6.567

	27. 
	Novel synthesis route for chitosan-coated zinc ferrite nanoparticles as potential sorbents for wastewater treatment
	M. Ignat, P. Samoila, C. Cojocaru, L. Sacarescu, V. Harabagiu
	Chemical Engineering Communications, 203, 1591-1599 (2016)
	1.433

	28. 
	Design and characterization of anionic hydrogels confined in Daisogel silica composites microspheres and their applications in sustained release of proteins
	E. S. Dragan, F. Bucatariu
	Colloids and Surfaces A: Physicochemical and Engineering Aspects, 489, 46-56 (2016)
	2.760

	29. 
	Designing novel macroporous composite hydrogels based on methacrylic acid copolymers and chitosan and in vitro assessment of lysozyme controlled delivery
	E. S. Dragan, A. I. Cocarta, M. Gierszewska
	Colloids and Surfaces B: Biointerfaces, 139, 33-41 (2016)
	3.902

	30. 
	Influence of chitosan on mechanical, thermal, barrier and antimicrobial properties of PLA biocomposites for food packaging
	M. Rapa, A. C. Mitelut, E. E. Tanase, E. Grosu, P. Popescu, M. E. Popa, J. T. Rosnes, M. Sivertsvik, R. N. Darie-Nita, C. Vasile
	Composites Part B: Engineering, 102, 112-121 (2016)
	3.850

	31. 
	Influence of fiber modifications on PLA/fiber composites. Behavior to accelerated weathering
	I. Spiridon, R. N. Darie, H. Kangas
	Composites Part B: Engineering, 92, 19-27 (2016)
	3.850

	32. 
	Blends based on ionic polysulfones with improved conformational and microstructural characteristics: Perspectives for biomedical applications
	A. Filimon, R. M. Albu, I. Stoica, E. Avram
	Composites Part B: Engineering, 93, 1-11 (2016)
	3.850

	33. 
	Dielectric elastomers based on silicones filled with transitional metal complexes
	G. Stiubianu, A. Soroceanu, C. D. Varganici, C Tugui, M. Cazacu
	Composites Part B: Engineering, 93, 236-243 (2016)
	3.850

	34. 
	Thermosets based on castor oil modified with Diels-Alder adduct of levopimaric acid and diglycidyl ether of bisphenol A: The kinetic analysis of the curing reactions and thermal behavior of the cured products
	F. Mustata, N. Tudorachi
	Composites Part B: Engineering, 97, 263-273 (2016)
	3.850

	35. 
	Benzoate liquid crystals with direct isotropic-smectic transition and antipathogenic activity
	D. Ailincai, L. Marin, S. Shova, C. Tuchilus
	Comptes Rendu Chimie, 19, 556-565 (2016)
	1.798

	36. 
	Structure-directed functional properties of phenothiazine brominated dyes: Morphology, photophysical and electrochemical properties
	A. Bejan, S. Shova, M. D. Damaceanu, B. C. Simionescu, L. Marin
	Crystal Growth and Design, 16, 3716-3730 (2016)
	4.425

	37. 
	New acid bisGMA analogs for dental adhesive applications with antimicrobial activity
	V. Melinte, T. Buruiana, A. Chibac, M. Mares, H. Aldea, E. C. Buruiana
	Dental Materials, 32, e314-e326 (2016)
	3.931

	38. 
	Kinetics studies on the adsorption behaviour of Basic Blue 9 dye on macroporous ion exchangers resins
	D. Suteu, S. Coseri, L. Rusu
	Desalination and Water Treatment, 57, 14665-14673 (2016)
	1.272

	39. 
	Batch and fixed bed column studies on removal of Orange G acid dye by a weak base functionalized polymer
	V. Dulman, S. M. Cucu-Man, I. Bunia, M. Dumitras
	Desalination and Water Treatment, 57, 14708-14727 (2016)
	1.272

	40. 
	Removal of Zn(II) ions from aqueous media on thermal activated sawdust
	G. Nacu, D. Bulgariu, C. M. Popescu, M. Harja, D. T. Juravle, L. Bulgariu
	Desalination and Water Treatment, 57, 21904-21915 (2016)
	1.272

	41. 
	Synthesis of new photoactive urethane carbohydrates and their behavior in UV or femtosecond laser-induced two-photon polymerization
	A. L. Chibac, T. Buruiana, V. Melinte, I. Mangalagiu, G. Epurescu, E. C. Buruiana
	Designed Monomers and Polymers, 19, 12-23 (2016)
	1.497

	42. 
	Novel chalcone-based aromatic polyamides: synthesis, characterization, and properties
	M. Nechifor
	Designed Monomers and Polymers, 19, 161-171 (2016)
	1.497

	43. 
	Polar silicones: structure-dielectric properties relationship
	C. Racles, V. Cozan, A. Bele, M. Dascalu
	Designed Monomers and Polymers, 19, 496-507 (2016)
	1.497

	44. 
	Synthesis and self-assembly of fluorene-vinylene alternating polymers in "hairy-rod" architecture: side chain-mediated tuning of conformation, microstructure and photophysical properties
	D. G. Colak, I. Cianga, L. Cianga, Y. Yagci
	Designed Monomers and Polymers, 19, 508-534 (2016)
	1.497

	45. 
	Tailorable polyelectrolyte protein complex based on poly(aspartic acid) and bovine serum albumin
	L. E. Nita, A. P. Chiriac, E. Stoleru, A. Diaconu, N. Tudorachi
	Designed Monomers and Polymers, 19, 596-606 (2016)
	1.497

	46. 
	Insights into the effect of donor-acceptor strength modulation on physical properties of phenoxazine-based imine dyes
	M. D. Damaceanu, C. P. Constantin, L. Marin
	Dyes and Pigments, 134, 382-396 (2016)
	4.055

	47. 
	Banned dinitrophenols still trigger both legal and forensic issues
	M. Zaharia, L. Tudorachi, O. Pintilie, C. Drochioi, R. Gradinaru, M. Murariu
	Environmental Forensics, 17, 120-130 (2016)
	0.687

	48. 
	Biodegradation of crosslinked polyurethane acrylates/guar gum composites under natural soil conditions
	S. Oprea, V. Oprea
	e-Polymers, 16, 277-286 (2016)
	0.475

	49. 
	Dielectric spectroscopy innvestigation on relaxation in polyazomethine/fullerene C60 nanocomposites
	S. Bronnikov, A. Podshivalov, S. Kostromin, M. Asandulesa, V. Cozan
	European Polymer Journal, 78, 213-225 (2016)
	3.485

	50. 
	Biotinylated N-palmitoyl chitosan for design and drug loaded self-assembled nanocarries
	V, Balan, V. Redinciuc, N. Tudorachi, L. Verestiuc
	European Polymer Journal, 81, 284-294 (2016)
	3.485

	51. 
	Adsorption and release studies of new cephalosporin from chitosan-g-poly(glycidyl methacrylate) microparticles
	T. A. Cigu, A. Vasiliu, S. Racovita, C. Lionte, V. Sunel, M. Popa, C. Cheptea
	European Polymer Journal, 82, 132-152 (2016)
	3.485

	52. 
	Synthesis and properties of new crosslinked polyurethane elastomers based on isosorbide
	S. Oprea, V. O. Potolinca, V. Oprea
	European Polymer Journal, 83, 161-172 (2016)
	3.485

	53. 
	Curcubit[7]uril-based fluorene polyrotaxanes
	A. Farcas, K. I. Assaf, A. M. Resmerita, S. Cantin, M. Balan, P. H. Aubert, W. M. Nau
	European Polymer Journal, 83, 256-264 (2016)
	3.485

	54. 
	Investigations on the interactions between xanthan gum and poly(vinyl alcohol) in solid state and aqueous solutions
	C. E. Brunchi, M. Bercea, S. Morariu, M. Avadanei
	European Polymer Journal, 84, 161-172 (2016)
	3.485

	55. 
	Tailoring the properties of poly(vinyl alcohol)/poly(vinyl pyrrolidone) hydrogels for biomedical applications
	S. Morariu, M. Bercea, M. Teodorescu, M. Avadanei
	European Polymer Journal, 84, 313-325 (2016)
	3.485

	56. 
	Oxidation vs. degradation in polysaccharides: Pullulan - a case study
	S. Coseri, M. Bercea, V. Harabagiu, T. Budtova
	European Polymer Journal, 85, 82-91 (2016)
	3.485

	57. 
	Fluorescence detection system based on silicon quantum dots-polysilane nanocomposites
	L. Sacarescu, G. Roman, G. Sacarescu, M. Simionescu
	eXPRESS Polymer Letters, 10, 990-1002 (2016)
	2.965

	58. 
	Mercerization mediated modification of cellulosic fibers with NIPAAm and some compounds with atioxidant activity
	A. Irimia, E. Csiszar, A. Coroaba, C. D. Varganici, C. Vasile
	Fibers and Polymers, 17, 1569-1578 (2016)
	1.022

	59. 
	Changes induced in the properties of dielectric silicone elastomers by the incorporation of transition metal complexes
	G. Stiubianu, A. M. C. Dumitriu, C. D. Varganici, C. Tugui, M. Iacob, A. Bele, M. Cazacu
	High Performance Polymers, 28, 915-926 (2016)
	1.045

	60. 
	Poly(vinyl alcohol)/chitosan/montmorillonite nanocomposites for food packaging applications: Influence of montmoriilonite content
	E. Butnariu, C. N. Chiaburu, O. Yilmaz, C. M. Pricope, C. Vasile
	High Performance Polymers, 28, 1124-1138 (2016)
	1.045

	61. 
	Cobalt containing polyimide films treated in nanosecond pulsed electrical discharges in water
	C. Miron, J. Zhuang, M. Balcerak, M. Holub, A. Kruth, A. Quade, I. Sava, K. D. Weltmann, J. F. Kolb
	IEEE Transactions on Plasma Science, 44, 2708-2714 (2016)
	0.958

	62. 
	Vanadium(V) complexes with substituted 1,5-bis(2-hydroxybenzaldehyde)carboxyhydrazones and their use as catalyst precursors in oxidation of cyclohexane
	D. Dragancea, N. Talmaci, S. Shova, G. Novitchi, D. Darvasiova, P. Rapta, M. Breza, M. Galanski, J. Kozisck, N. M. R. Martins, L. M. D. R. S. Martins, A. J. L. Combeiro, V. B. Arion
	Inorganic Chemistry, 55, 9187-9203 (2016)
	4.820

	63. 
	Assessment of some application potentials for copper complexes of the ligands containing siloxane moiety: Antimicrobial, antifungal, antioxidant and redox activity
	A. Soroceanu, L. Vacareanu, N. Vornicu, M. Cazacu, V. Rudic, T. Croitori
	Inorganica Chimica Acta, 442, 119-123 (2016)
	1.918

	64. 
	Biodegradation of poly(lactic acid) and some of its based systems with Trichoderma viride
	R. Lipsa, N. Tudorachi, R. N. Darie-Nita, L. Oprica, C. Vasile, A. Chiriac
	International Journal of Biological Macromolecules, 88, 515-526 (2016)
	3.138

	65. 
	SDS-induced peptide conformational changes: From triglycyl-glycine to amiloid-   oligomers associated with Alzheimer's disease
	L. Ion, C. I. Ciobanu, M. Murariu, V. R. Gradinaru, G. Drochioiu
	International Journal of Peptide Research and Therapeutics, 22, 45-55 (2016)
	0.905

	66. 
	Multifunctional nanogels with dual temparature and pH responsiveness
	L. E. Nita, A. P. Chiriac, A. Diaconu, N. Tudorachi, L. Mititelu-Tartau
	International Journal of Pharmaceutics, 515, 165-175 (2016)
	3.994

	67. 
	Behavior of thermo- and pH-responsive copolymer of N-isopropylacrylamide and maleic acid in aqueous solutions
	E. B. Tarabukina, M. A. Simonova, S. Bucatariu, V. Harabagiu, G. Fundueanu, A. P. Filipov
	International Journal of Polymer Analysis and Characterization, 21, 11-17 (2016)
	1.515

	68. 
	A review on medical applications of poly(N-vinylcarbazole) and its derivatives
	A. G. Grigoras
	International Journal of Polymeric Materials and Polymeric Biomaterials, 65, 888-900 (2016)
	1.667

	69. 
	Polyethylene materials with multifunctional surface properties by electrospraying chitosan/vitamin E formation destined to biomedical and food packaging applications
	E. Stoleru, S. B. Munteanu, R. P. Dumitriu, A. Coroaba, M. Drobota, L. Fras Zemljic, G. M. Pricope, C. Vasile
	Iranian Polymer Journal, 25, 295-307 (2016)
	1.684

	70. 
	Effect of silver nanoparticles on the dispersion, rheological properties and morphological aspect of solvent cast polyurethane/biopolymers bionanocomposite membranes
	R. P. Dumitriu, L. Sacarescu, D. Macocinschi, D. Filip, C. Vasile
	Journal of Adhesion Science and Technology, 30, 1716-1726 (2016)
	0.863

	71. 
	Structural, optical and magnetic properties of Ni doped SnO2 nanoparticles
	P. Pascariu Dorneanu, A. Airinei, M. Grigoras, N. Fifere, L. Sacarescu, N. Lupu, L. Stoleriu
	Journal of Alloys and Compounds,  668, 65-72 (2016)
	3.014

	72. 
	Thermal and thermo-oxidative stability and probable degradation mechanism of some polyetherimides
	G. Lisa, C. Hamciuc, E. Hamciuc, N. Tudorachi
	Journal of Analytical and Applied Pyrolysis, 118, 144-154 (2016)
	3.652

	73. 
	Curing kinetics, thermal and morphological characterization of the biobased thermosets from epoxy resin/epoxidized hemp oil
	F. Mustata, N. Tudorachi, I. Bicu
	Journal of Analytical and Applied Pyrolysis, 122, 191-201 (2016)
	3.652

	74. 
	Cobalt containing polyimide films treated in nanosecond pulsed electrical discharges in water
	C. Miron, J. Zhuang, M. Balcerak, M. Holub, A. Kruth, A. Quade, I. Sava, K. D. Weltmann, J. F. Kolb
	IEEE Transactions on Plasma Science, 44, 2708-2714
	3.652

	75. 
	Comparative electrodeposition of Ni-Co nanoparticles in carbon materials and their efficiency in electrochemical oxidation of glucose
	A. Arvinte, F. Doroftei, M. Pinteala
	Journal of Applied Electrochemistry, 46, 425-439 (2016)
	2.223

	76. 
	Structure-property relationship of sodium deoxycholate based poly(ester ether)urethane ionomers for biomedical applications
	D. Filip, D. Macocinschi, S. Vlad, G. Lisa, M. Cristea, M. F. Zaltariov
	Journal of Applied Polymer Science, 133, Article 42921 (2016)
	1.866

	77. 
	Pullulan: A versatile coating agent for superparamagnetic iron oxide nanoparticles
	S. Coseri, A. Spatareanu, L. Sacarescu, V. Socoliuc, I. S. Stratulat, V. Harabagiu
	Journal of Applied Polymer Science, 133, Article 42926 (2016)
	1.866

	78. 
	Evaluation of some eco-friendly plasticizers for PLA films processing
	R. N. Darie-Nita, C. Vasile, A. Irimia, R. Lipsa, M. Rapa
	Journal of Applied Polymer Science, 133, Article 43223 (2016)
	1.866

	79. 
	Sorption/release of diclofenac sodium in/from free-standing poly(acrylic acid)/poly(ethyleneimine) multilayer films
	C. A. Gheorghita, F. Bucatariu, E. S. Dragan
	Journal of Applied Polymer Science, 133, Article 43752/1-8 (2016)
	1.866

	80. 
	Cationic hybrids from poly(N,N-dimethylaminoethyl methacrylate) covalently crosslinked with chloroalkyl silicone derivatives effective in binding anionic dyes
	M. M. Lazar, C. D. Varganici, M. Cazacu, E. S. Dragan
	Journal of Applied Polymer Science, 133, Article 43942 (2016)
	1.866

	81. 
	Plasma-activated fibrinogen coatings onto poly(vinylidene fluoride) surface for improving biocompatibility with tissues
	E. Stoleru, M. C. Baican, A. Coroaba, G. E. Hitruc, M. Lungu, C. Vasile
	Journal of Bioactive and Compatible Polymers: Biomedical Applications, 31, 91-108 (2016)
	1.568

	82. 
	Epoxy and succinic anhydride functionalized soybean oil for wood protection against UV light action
	D. Rosu, R. Bodirlau, C. A. Teaca, L. Rosu, C. D. Varganici
	Journal of Cleaner Production, 112, 1175-1183 (2016)
	4.959

	83. 
	New opportunities to valorize biomass wastes into green materials
	I. Spiridon, R. N. Darie-Nita, G. E. Hitruc, J. Ludwiczak, I. A. Cianga Spiridon, M. Niculaua
	Journal of Cleaner Production, 133, 235-242 (2016)
	4.959

	84. 
	Variation in the sorption properties of historic parchment evaluated by dynamic water vapour sorption
	C. M. Popescu, C. A. S. Hill, C. Kennedy
	Journal of Cultural Heritage, 17, 87-94 (2016)
	1.533

	85. 
	Cationic polyelectrolyte induced separation of some inorganic contaminants and their mixture (zirconium silicate, kaolin, K-feldspar, zinc oxide) as well as of the paraffin oil from water
	L. Ghimici
	Journal of Environmental Management, 169, 1-7 (2016)
	3.131

	86. 
	Synthesis, structure, antimicrobial and anticancer evaluation of new pyrrolo-phenantroline derivatives
	C. M. Al Matarneh, I. I. Mangalagiu, S. Shova, R. Danac
	Journal of Enzyme Inhibition and Medicinal Chemistry, 31, 470-480 (2016)
	3.428

	87. 
	Optical properties of some fluorinated poly(1,3,4-oxadiazole-ether)s in homogeneous and heterogeneous media. Changes induced by SnO2, NiO and SnO2/NiO mixed-oxide nanoparticles
	M. Homocianu, A. Airinei, A. M. Ipate, P.  Pascariu Dorneanu, C. Hamciuc
	Journal of Fluorescence, 26, 217-224 (2016)


	1.601

	88. 
	1,3,4-Oxadiazole derivatives. Optical properties in pure and mixed solvents
	 M. Homocianu, A. Airinei
	Journal of Fluorescence. 26, 1617-1635 (2016)
	1.601

	89. 
	Degradation mechanism induced by psoriasis in human fingernails: A different approach
	A. Coroaba, T. Pinteala, A. Chiriac, A. E. Chiriac, B. C. Simionescu, M. Pinteala
	Journal of Investigative Dermatology, 136, 311-313 (2016)
	6.915

	90. 
	Impact of medium parameters on the optoelectronic characteristics of a polymer containing bisphenol A and 1,3,4-oxadiazole chromophore group
	M. Homocianu, A. Airinei, P. Pascariu Dorneanu, A. M. Ipate, C. Hamciuc
	Journal of Luminescence, 176, 52-57 (2016)
	2.693

	91. 
	On the effects of UV radiation on the release ability of glucose embedded in hydroxypropyl cellulose films
	A. I. Barzic, C. D. Nechifor, I. Stoica, D. O. Dorohoi
	Journal of Macromolecular Science, Part B: Physics, 55, 575-590 (2016)
	0.620

	92. 
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	Rheology and Processing of Polymer Nanocomposites, S. Thomas, R. Muller, J. Abraham, Eds., Wiley, Hoboken, NJ, USA, 453-490 (2016)

	19. 
	Microbial exopolysaccharides for biomedical applications
	S. Vasiliu, S. Racovita, M. A. Lungan, J. Desbrieres, M. Popa
	Unfolding the Biopolymer Landscape (Book Series: Frontiers in Biomaterials), V. Pillay, Y. E. Choonara, P. Kumar, Eds, Bentham Science Publ., vol 2, 180-238 (2016)


4.22. Carti editate in edituri conscarate din tara
	Nr.

crt.
	Titlul lucrarii
	Coordonatori/

editori
	Editura

	1.
	Resursele strategice ale Romaniei. O abordare pentru urmatoarele doua decenii
	B.C, Simionescu / M. Mihai, R,D, Rusu
	Ed. StudIS, Iasi; ISBN: 978-606-775-124-6 (2016)


4.23. Articole aparute in reviste recunoscuste de CNCSIS( B+) sau indexate in BDI

	Nr.

crt.
	Titlul lucrarii
	Autori
	Revista

	1. 
	Thermal degradation study of decabromodiphenyl ether. Translating thermoanalytical results into optimal chromatographic conditions
	M. Dumitras, D. Maftei, D. L. Isac, A. Airinei, A. C. Dirtu
	Acta Chemica Iasi, 24, 76-87 (2016)

	2. 
	Synthesis and thermo-mechanical properties of poly(urethaneurea) elastomers based on heterocyclic crosslinkers and purine diamine as a chain extender
	S. Oprea, V. O. Potolinca
	Advances in Polymer Technology, 35, Article 21532/1-6 (2016)

	3. 
	Dynameric frameworks for DNA transfection
	L. Marin, D. Ailincai, M. Calin, D. Stan, C. A. Constantinescu, L. Ursu, F. Doroftei, M. Pinteala, B. C. Simionescu, M. Barboiu
	ACS Biomaterials Science and Engineering, 2, 104-111 (2016)

	4. 
	Friction of the polymers. Experimental results and analytical model
	M. Rusu, D. Ionita, M. Benchea, V. Carlescu, D. Olaru
	Applied Mechanics and Materials, 823(Current Solutions in Mechanical Engineering), 473-478 (2016)

	5. 
	Water adsorption in acetylated birch wood evaluated through near infrared spectroscopy
	C. M. Popescu, C. A. S. Hill, M. C. Popescu
	International Wood Products Journal, 7, 61-65 (2016)

	6. 
	Nail damage (severe onychodystrophyl) induced by acrylate glue: Scanning electron microscopy and energy dispersive X-ray investigations
	T. Pinteala, A. E. Chiriac, I. Rosca, F. Larese Filon, M. Pinteala, A. Chiriac, C. Podoleanu, S. Stolnicu, M. F. Coros, A. Coroaba
	Skin Appendage Disorders, 2, 137-142 (2016)

	7. 
	Effect of  ultraviolet light on the properties of dyed cotton cellulose
	L. Rosu, C. C. Gavat, D. Rosu, C. D. Varganici
	Annals of the University of Oradea, Fascicle Textiles, Leatherwork, 27, 123-126 (2016)

	8. 
	New eco-efficient produts used in leather industry
	D. Rosu, M. Crudu, L. Rosu, I. A. Crudu, C. D. Varganici
	Annals of the University of Oradea, Fascicle Textiles, Leatherwork, 27, 195-198 (2016)

	9. 
	Evaluation of surface condition after finishing and polishing of a flowable composite material
	B. Munteanu, S. Andrian, L. Ursu, S. Stoleriu, G. Iovan, C. A. Ghiorghe, G. Pancu, I. Nica
	International Journal of Medical Dentistry, 6, 124-129 (2016)

	10. 
	High resoltution imaging techniques for trichodystrophies in netherton syndrome
	I. Gencia, F. Doroftei, P. Ghitulescu, C. Solovan
	Romanian Journal of Clinical and Experimental  Dermathology, 3, 105-108 (2016)

	11. 
	Evaluation of bio- and hemo-compatibility of two partially aliphatic copolyimides modified by plasma and chemical treatment
	D. Popovici, S. Vlad, I. Stoica, D. S. Vasilescu
	Scientific Bulletin, Series B: Chemistry and Materials Science, University Politechnica Bucuresti, 78, 149-160 (2016)


4.24. Conferinte invitate (CI) /plenare (CP) /key note (KN) prezentate la manifestari stiintifice internationale
	12th International Conference on Colloid and Surface Chemistry, May 16 – 18, 2016, Iasi

	1. 
	Non-viral delivery systems for gene therapy (CP)

M. Pinteala, B. C. Simionescu


V. Harabagiu, L. Sacarescu
	CP))   
























































































































	

	2. 
	Polyelectrolyte complxes as colloidal dispersion – complex templates for CaCO3 crystals growth (KN)
M. Mihai, S. Racovita, F. Doroftei, A. L. Matricala, C. Barbu-Mic


	“COST MP1402,  Ald for Novel Sensors and Biosensors”, National Institute of Materials Physics, , 11-12 May 2016, Magurele, Buicuresti

	3. 
	Thin films made from heterocyclic polymers for high performance applications (CI)

M. Bruma 

	Eighth Cristofor I. Simionescu Symposium Frontiers in Macromolecular and Supramolecular Science, June 1-3,  2016, Ia

	4. 
	Gene therapy through non-viral vectors based on polyrotaxane structures (CI)

M. Pinteala

	5. 
	A range of spin crossover temperatures in some ferrous materials (CI)
S. Shova

	6. 
	Engineering raw natural products: Cellulose case (CI)

S. Coseri

	7. 
	Cryogels – Supperporous gels with remarkable features (CI)

M. V. Dinu, E. S. Dragan

	3rd International Conference on Analytical Chemistry, 28-31 august 2016, Iasi 

	9.
	Romanian Academy and the „Petru poni” Institute of Macromolecular Chemistry (CP)

B. C. Simionescu

	10.
	NMR spectroscopy in medical research and diagnosis (CP)

C. Deleanu

	11.
	Inborn errors of metabolism. Case studies by NMR (KN)

A. Nicolescu, R. Vulturar, N. Usurelu, B. C. Simionescu, C. Deleanu

	12.
	Polymersomes with engineered selective membrane permeability as novel, biosensing nanodevices (KN)

M. Lomora, I. A. Dinu, M. Garni, T. Einfalt, S. Rigo, F. Itel, X. Zhang, W. Meier, C. G. Palivan

	13.
	Sorbents for ionic molecules based on CaCO3/polymer composites (KN)

M. Mihai, I. Bunia, S. Schwarz

	14.
	Dynamic mechanical analysis in polymeric materials: Old-fashioned or vintage investigation? (KN)

M. Cristea

	XII th Franco-Romanian Symposium on Polymers, 5-7 September 2016, Sophia Antipolis, France

	15.
	150 ans de l’Academie Roumaine – symbol de l’identite culturelle et scientifique roumaine (CP)

B.C. Simionescu


4.26. Comunicari prezentate la manifestari stiintifice internationale
	12th International Conference on Nanoparticles/Nanomaterials and Application, January 18 –21, 2016, Iasi

	1. 
	Optimization of electrochenically deposited bimetallic Ni-Co onto carbonaceous materials for the glucose detection; A. Arvinte 

	12th International Conference on Colloid and Surface Chemistry, May 16 – 18, 2016, Iasi

	2. 
	Hybrid biomaterials – Challenges and opportunities; G. David, T. Vasiliu, D. Timpu, D. Peptanaru, C. Uratu

	3. 
	Hydrogen bonded complexes between poly(N-vinylprolactam) and a maleic acid copolymer – interaction study and application in drug delivery; I. Popescu

	4. 
	Alginate/ spinel ferrite composite as magnetic adsorbent for environmental applications; A. C. Humelnicu, C. Cojocaru, P. Samoila, P. Pascariu Dorneanu, V. Harabagiu

	5. 
	Designing and characterization of novel IPN composite cryogels based on poly(N, N-dimethylaminoethyl methacrylate) and poly(acrylamide); E. S. Dragan, A. I. Cocart

	6. 
	Sorption/release of ionic compounds in/from poly(ethyleneimine)/poly(acrylic acid) multilayer films; C. A. Ghiorghita, F. Bucatariu, E. S. Dragan

	7. 
	Macroporous semi-IPN composite hydrogels based on poly(N,N-dimethylaminoethyl methacrylate) and starch; D. F. Loghin, E. S. Dragan

	8. 
	Physically and chemicaly cross-linked cellylose cryogels; D. Ciolacu, C. Rudaz, T. Budtova

	9. 
	The influence of the culture medium composition on the exopolysaccharide biosynthesis; A. R. Petrovici, I. Rosca, A. Nicolescu, M. Pinteala, D. Ciolacu

	10. 
	Bioinspired polythiophene-based polimers in hairy-rod density on their electro and bioactivity; A. D. Bendrea, L. Cianga, I. Cianga

	11. 
	Wheat seeds as markers of heavy metal pollution and decontamination of Tarnita mining area

A. E. Butnariu, R. Stefanescu, O. Pintilie, M. Murariu, I. Bunia, A. Surleva, C. I. Ciobanu, C. Iacoban, M. M. Zamfirescu

	12. 
	Thermal degradation study of brominated flame retardants with emphasis on the estimation of human exposure through indoor dust ingestion; A. C. Dirtu, M. Dumitras, D. Maftei, A. Airinei, N. Tudorachi, D. L. Isac

	13. 
	New method for the preparation of cyclodextrin-coated magnetic nanoparticles; A. L. Lungoci, A. Fifere, A. Rotaru, M. Pinteala

	14. 
	Polyimide micro- and nanoparticles via the reprecipitation method; C. Hulubei, C. D. Vlad, D. Popovici, I. A. Barzic, D. Rusu

	15. 
	Polyimide surfaces treatment by nitrogen plasma for improvement of gold adhesion; S. L. Nica, C. Hulubei, E. G. Ioanid, M. Dobromir, S. Ioan

	16. 
	New approach concerning the study of cellulose allomorphous conversion processes; D. G. Paraschiv, F. Ciolacu, D. Timpu, D. Ciolacu

	17. 
	Heterogeneous distribution of carbon nanotubes (CNTs) as decisive factor of properties of conductive thermoplastic composites; F. Tanase, M. Zanoaga, Y. Mamunya

	18. 
	FeNPs/ZnMe(Me=Al3+, Cr3+, Fe3+) Self-assembled nanoarchitectures for flexible guanosine-based hydrogels for biomedical applications; G. Pricope, D. Peptanariu, A. Rotaru, M. Pinteala, M. Barboiu

	19. 
	Cellulose phosphate microparticles for dyes adsorption; D. M. Suflet, I. Popescu, I. M. Pelin

	20. 
	Crystallization dynamics of some copolyamide-clay hybrid materials as function of filler characteristics

M. Zanoaga, C. V. Grigoras, F. Tanasa

	21. 
	Nickel complexes of guanidine functionalized siloxanes; L. Pricop, M. E. Fortuna, D. Timpu, V. Harabagiu

	22. 
	Fast removal of amaranth dye from wastewaters using cobalt ferrite; R. Rotaru, P. Samoila, C. Cojocaru, P. Pascariu Dorneanu, L. Sacarescu, V. Harabagiu

	23. 
	Solvent tunable self-assembly of an amphiphilic acid polythiophene in “hairy-rod” architecture polymeric nanostructures with variable shape and size; L. Cianga, A. D. Bendrea, E. G. Hitruc, I. A. Turin-Moleavin, I. Cianga


	“COST MP1402,  Ald for Novel Sensors and Biosensors”, National Institute of Materials Physics, , 11-12 May 2016, Magurele, Buicuresti

	24. 
	Hybrid CoCl2/polyimide materials for moisture sensing; M. D. Damaceanu

	Eighth Cristofor I. Simionescu Symposium Frontiers in Macromolecular and Supramolecular Science, June 1-3,  2016, Iasi

	25. 
	UV-visible light-induced degradation of some organic compounds by photopolimerized hybrid films containing nano-TiO2; A. Chibac, V. Melinte, T. Buruiana, E. Buruiana

	26. 
	Dielectric elastomers optimized through interpenetration strategies; C. Tugui, A. Bele, S. Vlad, C. Racles, M. Cazacu

	27. 
	Pulsed laser deposition of non-polar Al-doped ZnO electrodes on polymer surfaces: a new approach

C. Ursu

	28. 
	Smart macroporous IPN hydrogels responsive to pH, temperature and ionic strength. Evaluation of uptake and controlled release of drugs; A. I. Cocarta, E. S. Dragan

	29. 
	Chitosan iminoboronate hydrogels – New promising materials for the treatment of candidiasis

D. Ailincai, M. Pinteala, B. C. Simionescu, L. Marin

	30. 
	Phenothiazine dyes with tuned emission color; A. Bejan, M. Pinteala, B. C. Simionescu, L. Marin

	31. 
	Cellulose-based hydrogels: Experimental design and characterization; D. Ciolacu, C. Cojocaru, D. Timpu

	32. 
	MOFs built on tri, tetra, pente- and infinite nuclear clusters and silane polycarboxylic acids;
M. F. Zaltariov, M. Cazacu, A. Vlad

	33. 
	New insights in isomerization mechanism pathways in the ground state of unsubstituted azobenzene: Assessment of computational procedures/methodologies; D. L. Isac, D. Maftei, A. Airinei, I. Humelnicu, M. Pinteala

	34. 
	Non-toxic cationic polymeric systems as promising nanocarriers for sustained, photo-triggered drug; delivery; I. A. Dinu, A. Car, J. T. Duskey, C. G. Palivan, W. Meier

	35. 
	Novel ionic organic/inorganic hybrids and their interaction with methyl orange; M. M. Lazar, C. D. Varganici, M. Cazacu, E. S. Dragan

	36. 
	Plasma enhancement of metal spreading on polysilane films; M. Soroceanu, A. I. Barzic, I. Stoica, L. Sacarescu, G. E. Ioanid, V. Harabagiu

	37. 
	Polydimethylsiloxane modified mesoporous carbon; M. E. Fortuna, M. Ignat, L. Pricop, V. Harabagiu

	38. 
	Structural characterization of Lidocaine/lactide-modified cyclodextrin complexes;
R. Rotaru, C. Peptu, C. Peptu, M. Leon, B. Tamba, V. Harabagiu

	39. 
	Chitosan-ZnFe2O4 magnetic sorbent for wastewater treatment; M. Ignat, P. Samoila, C. Cojocaru, L. Sacarescu, V. Harabagiu

	40. 
	Synthesis and characterization of new hybrid materials based on a siloxane compound and chitosan;
I. E. Antochi, M. A. Olaru, C. Cotofana

	41. 
	Microcapsules based on calcium carbonate and pH-sensitive polymers; M. Mihai, F. Doroftei, S. Racovita, A. L. Matricala, C. Barbu-Mic


	Workshop on Patenting at European Patent Office, June 6-7, 2016, Iasi

	42. 
	General presentation of  SUPRACHEMLAB project

M. Pinteala

	43. 
	Overlook on the patenting activity of „Petru Poni” Institute of Macromolecular Chemistry

A. Airinei, G. Ioanid


	17th European Conference on Composite Materials ECCM17. 26-30 th June 2016, Munich, Germany

	44. 
	Mechanical and physical properties of some flax fiber reinforced EPDM composites

A. Airinei, M. D. Stelescu, N. Fifere, C. Varganici, E. Manaila

	45. 
	Dental polyacids containing amino acids and methacrylate moieties

T. Buruiana, M. Nechifor, V. Melinte, C. Prejmerean, E. Buruiana

	3rd International Conference on Analytical Chemistry, 28-31 august 2016, Iasi 

	46. 
	Composite microparticles used in selective separation of pepsin

C. A. Ghiorghita, F. Bucatariu, E. S. Dragan

	47. 
	NMR Characterization of imidazolium-cyclodextrine inclusion complexes

M. Balan, Porcarasu, A. Nicolescu, E. Gerogescu, F. Gerogescu, B. C. Simionescu, C. Deleanu

	48. 
	Influence of molecular weight on isotropic-anisotropic transition in a cellulose derivative: Rheology and optical microscopy investigations

D. Ailincai, L. I. Buruiana, A. I. Barzic

	49. 
	NMR strategies for assignment of metabolites in plant juices

G. Ailiesei, M. Cristea, A. M. Macsim, M. Balan-Porcarasu, A. Nicolescu, C. Deleanu

	50. 
	Evaluation of structure implications on optical and electrical properties if imidic compounds

R. M. Albu, A. I. Barzic

	51. 
	Impact of solvent type on optical properties and biocompatibility of a cellulosic polymer

A. I. Barzic, L. I. Buruiana

	52. 
	Changes induced by light and protonation/deprotonation on the absorption and fluorescence spectra of new stimuli-responsive bisazobenzene derivatives

M. Homocianu, D. Serbezeanu, I. D. Carja, A. M. Macsim, T. Vlad-Bubulac, A. Airinei

	53. 
	Phase relations in the NITiCu shape memory materials used in medicine application

C. D. Cirstea, M. Mihai, V. Cirstea, D. Patroi, F. Radulescu, V. Marinescu, M. Lungu

	XIIth Franco-Romanian Symposium on Polymers, 5-7 September 2016, Sophia Antipolis, France

	54. 
	New amphiphilic dextran-block-bile acid and polyesters linked via 1,2,3-triazole

M. C. Stanciu, M. Nichifor

	55. 
	Design and studies of new cephalosporin from chitosan-g-poly(glycidil methacrylate) microparticles

S. Vasiliu, T. A. Cigu, S. Racovita, V. Sunel, C. Cheptea, M. Popa

	56. 
	Design and synthesis of multicomponent 3D matrices for biomedical uses

G. David, B. C. Simionescu, M. Pinteala

	57. 
	Dual crosslinking of chitosan with monoaldehydes – a promising pathway toward advanced materials

M. Marin

	58. 
	Preparation and characterization of superporous hydrogels based  on chitosan

M. M. Iftimie, L. Marin

	59. 
	Sol-gel nanocomposite materials in electrochemical sensors for analytical applications

A. Arvinte, M. Pinteala

	60. 
	Visible light photocatalytic of some hybrid polymeric composites

A. L. Chibac, T. Buruiana, V. Melinte, E. C. Buruiana

	61. 
	Hydrogels based on chitosan and 2-formylphenyl boronic acid – promising materials for the treatment of Candida infections

D. Ailincai, M. Pinteala, B. C. Simionescu, M. Barboiu, L. Marin

	62. 
	Synthesis of polymeric composites with ZnO/Ag nanoparticles for applications in photocatalysis

V. E. Podasca, A. L. Chibac, T. Buruiana, E. C. Buruiana

	63. 
	Red light-emitting materials for use in organic light-emitting diodes

M. D. Damaceanu, C. P. Constantin

	64. 
	Biosynthesis of exopolysaccharides by Weisella confusa and its in vitro functional characteristics

I. Rosca, A. R. Petrovici, D. Pieptanariu, A. Nicolescu, G. Dodi, I. C. Ivanov, A. C. Bostanaru, M. Mares, D. Ciolacu, M. Pinteala

	65. 
	Preparation of hybrid nanocomposites by photopolymerization using photoinitiator-modified montmorillonite

V. Melinte, T. Buruiana, A. Chibac, E. C. Buruiana

	66. 
	Photocatehuic acid incapsulation with modified cyclodextrins and surface deposition onto magnetite nanoparticles

L. Lungoci, N. Marangoci, A. Corciova, A. Fifere, M., Pinteala

	67. 
	DNA-Gold nanoparticle-single-walled carbon nanotubes hybrids for biomedical applications

E. L. Ursu, A. Rotaru

	68. 
	Low molecular weight PEI-based carriers enhance DNA transfer into the cells

C. M. Uritu, D. Peptanariu, R. Ardeleanu, M. Pinteala

	69. 
	Nouveaux materiaux hybrides a base d’hydroxydes doubles lamellaires contenant des medicaments

M. Silion, C.M. Alexandrica, E.L. Ursu, D. Timpu, M.I. Popa

	2nd International Caparica Conference on Chromogenic and Emissive Materials, IC3EM 2016, Sept. 2016, Lisbon, Portugalia

	70. 
	Kinetic study of organic dye photodegradation over ZnO-Ag nanoparticles – polymer films using fluorescence spectroscopy

E. C. Buruiana, V. Podasca, T. Buruiana

	71. 
	Effect of fluorescence probe on the photobehaviour of some photopolymerizable compositions containing graphene

A. Airinei, T. Buruiana, A. Chibac, G. Epurescu, I. Ion, E. Buruiana

	The 8th Edition of the International Conference  ”Advanced Topics in Optoelectronics, Microelectronics and Nanotechnologies”, ATOM-N 2016, 25-28 Aug. 2016, Constanta

	72. 
	Terpolymer polyrotaxanes: a promising supramolecular system as electron-transporting materials for optoelectronics

A. Farcas

	73. 
	Synthesis and photophysics of conjugated azomethine polyrotaxanes

A. M. Resmerita

	74. 
	Synthesis of reduced graphene oxide/poly(aniline-N-propanesulfonic) acid composites and their applications for electrochemical supercapacitors

A. M. Solonaru

	
	

	
	


	COST Ation CM120, 27-29 Nov. 2016,Bucuresti

	75. 
	Nonviral delivery systems for gene therapy
L. Clima, G. Pricope, D. Peptenariu, M. Pinteala


	11th International Conference on Physics of Advanced Materials, September 8-14, 2016, 

Cluj-Napoca

	76. 
	Functional properties of some iron oxide nanocomposite and thin films for advanced applications

R. Bosinceanu, A. Vasile, E. Vasile, I Deac, M. N. Palamaru, A. R. Iordan, M. Iacob,     C. Turta, S. Ando, M. Cazacu, E. Iacomi

	77. 
	Structure and morphological features of polymer – inorganic nanocomposites with triple chain fibrous hydrosilicates

D. Timpu, G. Gubanova, E. N. Korytkova, S. V. Kononova

	78. 
	Sequential PLD, an alternative method for producing highly conductive and transparent Al-doped ZnO thin films

D. Timpu, T. Coman, C. Ursu

	79. 
	Structural and morphological evaluation of biodegradable PVA/starch?CNC composite films

B. I. Dogaru, C. M. Popescu, D. Timpu, M. C. Popescu

	80. 
	Optimization of the photocatalytic activity for electrospun ZnO-SnO2 ceramic nanofibers

P. Pascariu Dorneanu, N. Olaru, C. Cojocaru, A. Airinei

	81. 
	Plasma generation in liquid for TiO2 nanoparticles production

M. Ignat, C. Miron, I. Asaftei, L. Sacarescu, V. Harabagiu

	82. 
	Effect of subtrate nature on the electron transport in Ga doped ZnO thin films

A. Yildiz, M. Irimia, M. Dobromir, D. Timpu, M. Toma, F. Iacomi

	83. 
	High quality ATO thin films for transparent electrode applications

M. Suchea, I. V. Tudose, T. Nikias, L. Papouysakis, S. Ibanescu, E. Koudoumas

	84. 
	The influence of light exposure on photobiocatalytic properties of various sized nanoparticles

R. Lupusoru, D. A. Pricop, M. Andries, M. Dobromir, M. Avadanei, F. Iacomi

	85. 
	Magnetic nanoparticle impact on Chaetomium Globossum cells

M. Balasoiu, L. Oprica, E. Puscasu, L. Sacarescu, M. Grigoras, D. Creanga

	86. 
	Oxadiazole based copolymer for white light emitting organic diodes

A. Diaconu, A. Rotaru, L. Marin

	87. 
	Evaluation of electrospun PVDF fibers and PVDF/CoFe2O4 fibrous composite as oil spill sorbents

P. Pascariu Dorneanu,  C. Cojocaru, N. Olaru, P. Samoila, A. Airinei, L. Sacarescu

	88. 
	Structural and functional studies on LSMO thin films with possible application in spintronics

A. Carlescu, I. Morazau, C. Doroftei, A. Popa, M. Dobromir, D. Timpu, C. Bernhard, F. Iacomi

	89. 
	The influence of deposition temperature and heat treatment on the physical properties of nanostructured Ga doped ZnO films

M. Irimia, M. Toma, M. Dobromir, D. Timpu, C. Doroftei, G. Zodieru, F. Iacomi

	90. 
	The effect of iron partial substitution in nanosized ferrites by cobalt doping

E. Puscasu, L. Sacarescu, M. Grigoras, A. A. Domocos, N. Lupu, D. Creanga, F. Iacomi

	9th Internatinal Conference on Modification, Degradation and Stabilization of Polymers, MoDeSt 2016, Sept. 4-8, 2016, Krakow, Poland

	91. 
	Photochemical resistance of epoxy and succinic anhydride functionalized soybean oil coated wood

C. D. Varganici, C. A. Teaca, L. Rosu, R. Bodirlau

	92. 
	Thermal stability investigation of epoxy resin based on castor oil maleate and diglycidil ether of bisphenol A

E. Marlica, F. Mustata, N. Tudorachi, D. Rosu, C. D. Varganici

	93. 
	Effect of thermal aging on the optical properties of poly(ester urethane) elastomers

L. Rosu, S. Oprea, D. Rosu, C. D. VarganiciComposite nanofibers based on renewable resources by electrospinning

S. Vlad, I. Spiridon

	94. 
	Forest biomass as source for composite materials

S. Vlad, R. N. Darie Nita, I. Spiridon


	95. 
	Fungal resistance of pyridine-based polyurethane elastomers

S. Oprea, V. O. Potolinca, P. Gradinariu, A. Joga, V. Oprea

	96. 
	Synthesis and properties of the polyurethane urea with pyridine-2,6-dicarboxamide in their structure

S. Oprea, V. O. Potolinca, A. Stanciu, B. Zorlescu, V. Oprea

	
	

	97. 
	Photochemical behaviour of biobased epoxy matrix from maleinized castor oil and dyglicidyl ether of bisphenol A

D. Rosu, F. Musttata, C. D. Varganici, E. Marlica, N. Tudorachi, L. Rosu

	98. 
	Bio-based polymer composites- structure and properties investigation

C. A. Teaca, R. Bodirlau, N. Tudorachi, L. Rosu, E. Marlica, D. Rosu

	3rd International Conference on Chemical Engineering,  ICCE2016, 9-11. Nov. 2016, Iasi

	99. 
	Nonviral vector loaded hybrid matrix for sustained gene delivery

G. David, D. Pieptanariu, M. C. Voinea

	100. 
	Insights into the relaxation behavior of new heterocyclic polyurethane and poly(rethane-urea)elastomets

V. O. Potolinca, S. Oprea, E. C.  Buriana, V. E. Musteata 

	101. 
	MLR models used to predict the thermal stability of some polyimides

C. Lisa, E. Hamciuc, C. Hamciuc, G. Lisa

	102. 
	Dielectric properties of some bent core liquid crystals

I. Carlescu, A. Simion, A. Bele, D. Scutaru

	Molecular Modeling in Chemistry and Biochemistry, 8th Edition, MOLMOD 2016, 12-15 Nov. 2016, Cluj-Napoca

	103. 
	Theoretical perspectives regarding the substituted azobenzene maleimide structure as a result of  the DTF and TD-DTF approach

D. L. Isac, D. Maftei, A. Airinei, I. Humelnicu, M. Pinteala

	104. 
	Molecular modeling of methylene blue dye and its binding ability to human serum albumin: Autodock study

C. Cojocaru

	105. 
	Molecular dynamics simulations of polyplex formation between functionalized (-ciclodextrin and DNA oligonucleotide

T. Vasiliu, C. Cojocaru , M. Pinteala


4.27. Comunicari prezentate la manifestarai stiintifice nationale
	Congresul International “Pregatim Viitorul Promovand Excelenta”, Universitatea     Apolonia Iasi, 3-5 martie 2016, Iasi

	1. 
	Nanocompozite cu potential ridicat de regenrare a tesuturilor

M. Aflori, D. Serbezeanu, L. Gradinaru, S. Vlad, M. Drobota, M. Butnaru, C. Ciobanu

	2. 
	Studiul ineractiunii unor noi sisteme polimere cu compusi biologic active

S. Racovita, S. Vasiliu, T. A. Cigu, I. Gugoasa, M. Popa

	3. 
	Tailorable poly(vinyl alcohol)/poly(N-vinyl pyrrolidone) hydrogels

M. Teodorescu, S. Morariu, M. Bercea

	4. 
	Complex polymeric materials for medical implants

R. D. Rusu, M. Aflori, D. Serbezeanu, T. V. Bubulac, C. Ciobanu

	5. 
	Evaluarea activitatii biologice a unor complecsi metalici cu liganzi flexibili de tip baze Shiff

M. F. Zaltariov, N. Vornicu, A. Vlad, M. Cazacu

	6. 
	Tratamente de suprafata ale implanturilor dentare pentru cresterea osteointegrarii

M. Popovici, A. C. HUmelnicu, M. Asandulesei, V. Harabagiu, X. Patras

	7. 
	Novel semi-IPN composite hydrogels based on poly(N,N-dimethylaminoethyl methacrylate) and starch

D. F. Loghin, E. S. Dragan

	8. 
	Ice templated methacrylic acid composite hydrogels and their potential biomedical applications

A. I. Cocarta, E. S. Dragan

	Editia a 14-a a  SEMINARULUI NATIONAL DE NANOSTIINTA SI   NANOTEHNOLOGIE, Wokshop: Specializarea inteligenta in nanotehnologii si materiale avansate, 15 iunie 2016, Bucuresti

	9. 
	SupraChem Lab primul proiect Orizont 2020 ERA CHAIR din Romania: stadiu de implementare si sinergii cu alte tipuri de proiecte

M. Pinteala, T. Rusu

	The XXth International Conference of Inventics, INVENTICA 2016,  June 29 – July 1 2016, Iasi

	10. 
	Structure and properties of new superabsorbent hydrogels

D. Ciolacu

	11. 
	Thermal characterization of the lignin-based hydrogels

D. Ciolacu, G. Cazacu

	12. 
	Process and composition for producing novel biocompatible polymeric bionanocomposites having antimicrobial and oxidation preventing properties for medical use

R. N. Darie, R. Lipsa, N. Tudorachi, E. Stoleru, C. Vasile, B. S. Munteanu

	13. 
	Devices for measuring high-frequency current and voltage

E. G. Ioanid

	14. 
	Improving food safety through the development and implementation of active and biodegradable food packaging systems

R. N. Darie-Nita, B. S. Munteanu, M. Brebu, E. Stoleru, E. Parparita, A. Irimia,                L. Profire, D. Pamfil, R. Dumitriu, J. T. Rosnes, M. Sivertsvik, M. Rapa, E. Grosu,          A. C. Mitelut, M. E. Popa, E. E. Tanase

	15. 
	Hybrid polymer nanocomposite with silsequioxane groups

M. Olaru, A. B. Simionescu, M. Aflori, F. Doroftei, C. Cotofana, E. G. Ioanid

	XXXIVth Romanian Chemistry Conference, Oct. 4-7, 2016, Calimanesti-Caciulata, Valcea

	16. 
	From macromolecules to nanostructures and biosystems

V. Harabagiu

	17. 
	Self-ordering of mine units – As a new pathway of chitosan gelling

L. Marin

	18. 
	Studiu theoretic al transferului de sarcina fotoindus in sisteme azobenzen-maleimida cu implicatii asupra izomerizarii E-Z

D. L. Isac, D. Maftei, A. Airinei, I. Humelnicu, M. Homocianu, M. Pinteala

	19. 
	Synthesis of new compounds in search for antitumor small molecule substances

C. I. Tanase, A. M. Hanganu, S. Shova, C. V. Munteanu, M. Maganu, L. Pintilie, C. Negut, M. Deaconu, E. Mihai

	20. 
	Thermosensitive microgels based on maleilated curdlan 

I. Popescu, I. M. Pelin, D. M. Suflet

	21. 
	Synthesis, optical and electrochemical characterization of novel poly(arylenevinylene) and poly(aryleneethynylene) copolymers containing 3,6 or 2,7 disubstituted carbazole and perylendimide

A. M. Solonaru, M. Grigoras

	22. 
	Conformational restructurations induced by plasticizer effect of polyvinyl alcohol in functionalized polysulfone systems

A. Filimon, A. Avram

	23. 
	Synthesis and sensing characteristics of copolymers containing sequences of boronic acid derivatives

A. L. Chibac, V. Melinte, T. Buruiana, E. C. Buruiana

	24. 
	Synthesis of a new fluorescent sensor bearing pyrene polymeric fluorophore and cysteine units via ATRP

V. E. Potasca, T. Buruiana, E. C. Buruiana

	25. 
	Poly(lactide-co-glycole) microspheres loaded with dexamethasone for the treatment of posterior eye segment diseases

G. Fundueanu, M. Constantin, S. Bucatariu

	26. 
	Impact of microstructures on surface properties in quaternized polysulfone/cellulose acetate phthalate blends

M. D. Onofrei, A. Filimon, I. Stoica

	27. 
	Chitosan based hydrogels via iminoboronate motf as promising materials for the treatment of candidasis

D. Ailincai, L. Marin

	28. 
	Smart poly(lactide-Co-glycolide) nanoparticles loaded with dexamethasone for ocular therapy

S. Bucatariu, M. Constantin, G. Fundueanu

	29. 
	Thermal and optical characteristics of some aromatic heterocyclic polyethers

A. M. Ipate, C. Hamciuc, M. Homocianu, G. Lisa

	30. 
	Synthesis and circular dchroism of poly(N-acryloil-L-alanine-Co-N-Acryloil-L-histidine) prepared by free radical copolymerization

M. Murariu, M. Nechifor, E. C. Buruiana

	31. 
	Superporous salicyl-imine-chitosan hydrogels

M. M. Iftimie, L. Marin, S. Morariu

	32. 
	Thermo-responsive microgels from poly(N-isopropylamide-Co-N-isopropylmethacrylate) for controlled delivery of dexamethasone

M. Constantin, S. Bucatariu, G. Fundueanu

	33. 
	Coupled TGA/DTA-FTIR-MS techniques in the structural characterization of biologically active compounds

C. D. Varganici, L. Rosu, I. A. Crudu, D. Rosu, M. Crudu

	34. 
	Ionic microspheres based on phosphate cellulose

D. M. Suflet, I. Popescu, I. M. Pelin

	35. 
	Automatic classification of extracts obtained from different parts of arnica Montana plant

A. Nicolescu, G. L. Ailiesei, M. Cristea, A. M. Macsim, A. Ciocarlan, D. Danila, C. P. Stefanache, C. Deleanu

	36. 
	New isoxazole derivatives as potential exogenous chemical elicitors in plants

F. Georgescu, E. Georgescu, A. Oancea, A. Nicolescu, L. Vladulescu, M. C. Vladulescu, D. Marinescu, C. Deleanu

	37. 
	CAHB CO-crystals of cinchonine and some carboxylic acids

M. Deleanu, S. Shova, A. Nicolescu, F. Dumitru

	38. 
	The effect of paracetamol on the 1HNMR profile of urine 

A. Nicolescu, M. Cristea, P. Vasos, N. Simionescu, C. Deleanu

	39. 
	Is it feasible to discriminate for depression by NMR urine analysis?

A. Nicolescu, M. Balan-Porcarasu,, R. Vulturar, B. Andreica-Sandica, A. Miu, C. Deleanu

	40. 
	New SHIFF bases bearing fuxoran moiety as potential nitric oxide donors in plants

E. Georgescu, F. Georgescu, A. Nicolescu, A. Oancea, L. Vladulescu, M. Constantin Vladulescu, C. Deleanu

	41. 
	The vanadium (IV) binuclear coordination compound bazed on 1-phenyl-1,3-butanedione isonicotinoylhydrazone

M. Rotaru, M. Cocu, M. Silion, I. Bulhac, V. Krabtsov, P. Bourosh

	42. 
	New iron(III) coordination compounds with 2,3-butanedione bis ((ISO)nicotinoylhydrazone))

I. Bulhac, L. Cuba, M. Silion, D. Dragancea, P. Bourosh

	43. 
	Nonanuclear NICKEL (II) cluster based on O-vannillinand pivalate ligands

I. L. Malaestean, D. Dragancea, S. Shova

	44. 
	GC-MS analysis of low polarity fractions from extract of arnica montana

V. Codita, A. Ciocarlan, A. Aricu, D. Danila, C. P. Stefanache, M. Silion, A. Nicolescu, C. Deleanu

	45. 
	Dynamic constitutional frameworks based on squalene PEG and PEI components as DNA packing drug delivery nanocariers

B. F. Craciun, L. Clima, M. Pinteala, M. Barboiu

	46. 
	Tanned leathers properties modification as a result of artificial ageing

D. Rosu, M. Crudu, L. Rosu, I. A. Crudu, C. D. Varganici

	47. 
	The thermal stability of tanned bovine leather

L. Rosu, I. A. Crudu, D. Rosu, C. D. Varganici, M. Crudu

	48. 
	Fluorescence behaviour and DNS binding affinity studies of new pyridyl-indolizine derivatives

N. L. Marangoci, A. Rotaru

	49. 
	Synthesis, photophysical and redox properties of new  DNA polymers with pendant electron-withdrawing groups

L. Vacareanu, M. Grigoras

	50. 
	Synthesis and characterization of new hydrogels  based on chitosan and 2-hydroxy-5-nitrobenzaldehide

A. Olaru, M. Pinteala, M. Barboiu, L. Marin 

	51. 
	Biobased epoxy matrix from maleinized castor oil and diglycudyl ether of bisphenol A

E. Marlica, F. Mustata, C. D. Varganici, D. Rosu

	52. 
	Liquid phase plasma processing for the synthesis of titania-zinc ferrite nanocomposite

M. Ignat, P. Samoila, C. Miron, I. Asaftei, L. Sacarescu, V. Harabagiu

	53. 
	Effect of silver nanoparticles on the properties of PLA based bionanocomposites for the medical devices field

M. Rapa, E. Grosu, P. Stoica, M. Hetvary, M. Lungu, R. Tatia, B. S./ Munteanu, M. C. Chifiriuc, T. Zaharescu, C. Vasile


	54. 
	Development and characterization of new polyhydroxyalkanoates/chitosan bioactive composites for food packaging application

M. Rapa, E. Grosu, A. R. Trifoi, A. Irimia, R. N. Darie-Nita, C. Vasile, A. C. Mitelut, E. E. Tanase, M. E. Popa, J. T. Rosnes, M. Sivertsvik


	55. 
	Crystallization of some calcium orthophosphate in the presence of a modified polysaccharide

I. M. Pelin, D. M. Suflet, M. Butnaru, R. Darie Nita, M. Aflori

	56. 
	Computational thermochemistry of brominated flame retardants. Case study of decabromophenyl ether

D. Maftei, M. Dumitras, D. L. Isac, A. C. Dirtu

	57. 
	

	„Alexandru Ioan Cuza” University Days, Faculty of Chemistru Conference, 27-28 Oct. 2016, Iasi

	58. 
	An efficient transformation of azomethine ylides into Pchmann Dyes

D. Belei, S. Shova, L. M. Birsa, E. Bicu

	59. 
	Impact of chain conformation on rheological behavior and biocompatibility of some semialiphatic polyimides

A. I. Barzic, L. I. Buruiana, O. V. Badulescu, C. Hulubei

	60. 
	Preparation of hybrid composites containing zinc oxide and silver nanoparticles for catalysis applications

V. F. Podasca. T. Buruiana, E. C. Buruiana

	61. 
	Mtela ion sorption on cross-linked chelating architectures

M. V. Dinu, D. F. Apopei Longhin, E. S. Dragan

	62. 
	Alginate/clinoptilolite composite microspheres with enhaced sorption properties for Methylene Blue

M. M. Lazar, M. V. Dinu, E. S. Draga

	63. 
	Mathematical modeling of heavy metal ions adsorption onto functionalized polymer beads. Assessment of isotherm model validity by statistical analysis

G. Moroi

	64. 
	Synthesis, structure and properties of Cu(II) coordination compounds with water soluble thiosemicarazone

O. Palamarciuc, A. Sirbu, S. Sho

	65. 
	Selectivity of transport capacity of the compounds based on 15-crown-5 and 18-crown-6-ehters

R. Zonda, A. Coroaba, M. Silion, S. Ibanescu, M. Pinteala, M. Barboiu

	66. 
	Preparation and fluorescence study of a polyacrylate with alanine, histidine and pyrene moieties

M. Murariu, E. C. Buruian

	67. 
	Synthesis, photophysical and electrochemical properties of novel 6,12-disubstituted indolo[3,2-b]carbazole-based polymers

O. I. Negru, A. M. Solonaru, M. Grigo

	68. 
	Synthesis of porous crosslinked particles by separation of polymeric multiphase system

S. Vasiliu, S. Racovita, I. Plesca, C. D. Vlad

	69. 
	DNA asisted functionalization of gold nanoparticles with cyclodextrin moiety

A. Dascalu, E. L. Ursu, F. Doroftei, N. Marangoci, A. Rotaru

	70. 
	Chain flexibility influence on optical and dielectric properties of some polyimides

R. M. Albu, S. I. Nica, A. I. Barzic

	71. 
	Pyridyl-idolizone derivatives as DNA binders and pH-sensible fluorescent dyes

L. Popovici, N. L. Marangoci, R. Danac, C. Cojocaru, I. Mangalagiu, A. Rotaru


	72. 
	New composite materials based on hydroxyapatite (HAP) and novel functionalized poly(trimethylene carbonate) (PTMC) intended for biomedical applications

M. Basko, I. M. Pelin, M. Socka, M. Zanoaga, A. Michalski, R. Darie-Nita, T. Biela, F. Tanasa

	73. 
	Polysaccharides as renewable polymer matrices for obtainment of multi-component polymer systems

C. A. Teaca, R. Bodirlau

	74. 
	Study of the optical transparancy of novel thermoplastic ternary copolyamide-clay hybrid materials

M. Zanoaga, A. Airinei, N. Fifere, F. Tanasa

	75. 
	Synthesis, structure and evaluation of potential anticancer activity of new tetrazoles derivatives

E. Stratulat, S. Shova, A. Pui. I. Corja, O. Palamarciuc

	76. 
	Indentification amd differentiation of metal ions sorption mechanism onto an ion exhanger functionalized with triethylenetertramine

R. I. Buhaceanu, S. M. Cucu-Man, A. Pui, G. Lisa, C. Mita, I. Bunia

	77. 
	1,3-Dipolar cycloadditions to 4-metoxi-pyridinium ylides

A. Chiriac, E. Bicu, S. Shova, D. Belei


	78. 
	Study on the thermal degradation of brominated flame retardants: computational thermochemistry, kinetics and degradation mechanism

D. L. Isac, M. Dumitras, D. Maftei, A. Airinei, A. C. Dirtu

	79. 
	Supramolecular luminiscent chitosan gels

A. Bejan, M. Pinteala, M. Barboiu, L. Marin

	80. 
	Comparative spectroscopic and thermal study on transition metal ions/polyurethane metallopolymers

G. Moroi


5.1 Proiecte internationale finantate din resurse publice


                                                                             EUR
	Nr

crt
	Titlu proiect
	Numar contract
	Coordonator (Co) sau

Responsabil roman (R)
	Durata
	Buget total
	Buget 2016

	2
	New mechanisms and concepts for exploiting electroactive Polymers for Wave Energy Conversion
	FP7-ENERGY-2012-309139
	Dr. Maria Cazacu (R)
	2012-2016
	265 600
	35000

	3
	Ionizing radiation and plasma discharge mediating covalent linking of stratified composites materials for food packaging
	17689
	Dr. Cornelia Vasile (R)
	2013 - 2015
	10 000
	5000

	4
	Improving food safety through the development and implementation and active and biodegradable food packaging systems- ACTIBIOSAFE
	1SEE/2014
	Dr. Cornelia Vasile (R)
	2014-2017
	165 000
	60000

	7
	Joint innovative training and teaching/learning program in enhancing development and transfer knowledge of application of ionizing radiation in materials processing
	Erasmus + TL-IRMP 2014-1-PL01-KA203-003611


	Dr. Cornelia Vasile
	2014-2017
	44 416
	13254.4

	8
	SupraChem Lab - Laboratory of Supramolecular Chemistry for Adaptive Delivery Systems - ERA Chair initiative


	H2020-WIDESPREAD-2014-2- SEP-210217256
	Mariana Pinteala
	2014-2019
	2.500.000
	300000

	9
	ProWood: Wood and derivatives protection by novel bio-coating solutions
	ERA-IB-15-095
	Dr. Teodora Rusu 
	2017-2019
	250.000
	


TOTAL              3070016   413254.4
Proiecte bilaterale finatate pentru echipa romana prin PNII – Capacitati






               Lei
	Nr

crt
	Titlu proiect
	Tara
	Director proiect
	Durata
	Buget total
	Buget 2016

	10
	New mechanisms and concepts for exploiting electroactive polymers for wave energy conversion
	Belgia
	Dr. Maria Cazacu
	2013-

2016
	365.819
	45728

	11
	Studiul unor metaboliţi şi medicamente în medii complexe utilizând RMN cu hiperpolarizare
	Franţa
	Dr. Călin Deleanu
	2015-
2016-
	28.000
	14.000

	12
	Sinteza şi funcţionalizarea particulelor magnetice pentru separarea enzimelor
	Franţa
	Dr. Mariana Pinteală
	2015-
2016
	24.300
	12.150

	                                                     T O T A L       
	393.819
	71878


5.2 Proiecte nationale finantate din resurse publice
Foduri structurale

	Nr

crt
	Titlu proiect
	Numar contract
	Director proiect
	Durata
	Buget total
	Buget 2016

	1
	Polimeri coordinativi poroşi noi cu liganzi organici de dimensiuni variabile pentru stocarea gazelor (POCPOLIG)
	Programul Operaţional Competitivitate POC E P_37_707/31.08.2015
	Dr. Vasile Lozan
	2016-2020
	8.952.378 
	332640

	
	Pol interdisciplinar de specializare inteligentă prin cercetare-inovare și transfer tehnologic în (bio/nano)materiale polimere și (eco)tehnologii InoMatPol
	Programul Operaţional Competitivitate POC F

ID P_36_570/ 
	Dr. Narcisa Marangoci
	2016-2019
	70471969
	381200


PNIII – Transfer de cunoastere catre agenti economici
	Nr

crt
	Titlu proiect
	Numar contract
	Director proiect
	Durata
	Buget total
	Buget 2016

	1
	Metode de analiză pentru caracterizarea oligo/polipeptidelor și polizaharidelor aplicate în industria cosmetică și alimentară: propunere, dezvoltare și validare (Acronim: AnaMet)
	PN-III-P2-2.1-BG-2016-0175
	Dr. Sorin Alexandru Ibănescu
	2016-2018
	92000
	9500


PNIII – Proiecte de mobilitate pentru cercetători cu experienţă din diaspora                                                                    Lei
	Nr

crt
	Cercetator cu experienta
	Numar contract
	Director proiect
	Durata
	Buget total
	Buget 2016

	
	 Dr. Alice Cristina Mija
	5/2016
	Dr. Teodora Rusu 
	2016
	1.500
	1500


PNII – Tinere echipe







                                                                             Lei
	Nr

crt
	Titlu proiect
	Numar contract
	Director proiect
	Durata
	Buget total
	Buget 2016

	1
	Biomateriale polimerice de înaltă performanţă bazate pe polisulfone funcţionalizate cu aplicaţii medicale
	TE-3-143
	Dr. Anca Filimon
	2013- 2016
	645.832
	78000

	2
	Polimeri ce conţin fosfor pentru ,materiale înalt performante utilizate în tehnologii avansate şi/sau aplicaţii biomedicale
	TE-3-123
	Dr. Diana Serbezeanu
	2013- 2016
	615.833
	66000

	3
	Sinteze de noi hidrogeluri cu caracteristici de biodegradabilitate şi funcţionalitate 3D bine definite pentru bioaplicaţii
	TE-4-294
	Dr. Loredana Niţă
	2015-2017
	550.000
	181694

	4
	Prepararea nanostructurilor funcţionale pe bază de AND şi nanoparticule de aur pentru terapie genică ţintită
	TE-4-1444
	Dr. Alexandru Rotaru
	2015-2017
	550.000
	253582

	5
	Hidrogeluri dinamice multifuncţionale cu morfologie controlată pentru aplicaţii biomedicale
	TE-4-2314
	Dr. Luminiţa Marin
	2015-2017
	550.000
	229389

	6
	Microcapsule pe bază de carbonat de calciu şi polimeri sensibili la pH, materiale avansate de eliberare controlată a medicamentelor
	TE-4-1433
	Dr. Marcela Mihai
	2015-2017
	550.000
	234113

	7
	Matrici hidrofile inovatoare pe bază de biopolimeri cu proprietăţi proiectate pentru aplicaţii medicale
	TE-4-558
	Dr. Diana Ciolacu
	2015-2017
	550.000
	268591

	8
	Materiale polimere  sorbtive pentru eliminarea eficientă a produselor petroliere şi a coloranţilor din apele contaminate
	TE-4-1266
	Dr. Corneliu Cojocaru
	2015-2017
	550.000
	212049

	9
	Noi abordări în design-ul suprafeţelor polimere cu structurare controlabilă pentru aplicaţii în biomedicină şi în tehnologii de vârf
	TE-4-2976
	Dr. Andreea Barzic
	2015-2017
	550.000
	284391

	10
	Noi sisteme de eliberare sensibile la pH şi temperatură pe bază de resurse regenerabile
	TE-4-437
	Dr. Mihaela Suflet
	2015-2017
	550.000
	315990

	11
	Bio nanomateriale antimicrobiene inovatoare prietenoase mediului pentru ambalaje în industria alimentară şi medicină
	TE-4-1828
	Dr. Maria Popescu
	2015-2017
	550.000
	235239

	T O T A  L
	6.211.665
	2359038




PNII – Parteneriate in domenii prioritare











       Lei
	Nr

crt
	Titlu proiect
	Beneficiar
	Acronim
	Director proiect
	Durata
	Buget total
	Buget 2016


	1
	Cercetare interdisciplinară privind particulele hibride multifuncţionale pentru bio-cerinţe
	Coordonator
	INTERBIORES
	Dr. Chiriac Aurica
	2012-2016
	1.500.000
	351150

	2
	Bionanocompozite antimicrobiene pentru aplicaţii medicale
	Coordonator
	BIONANOMED
	Dr. Vasile Cornelia
	2012-2016
	900.000
	134967

	3
	Dezvoltarea de materiale ne-convenţionale şi a unei tehnici de tratament în plasmă rece pentru soluţii sustenabile în conservarea patrimoniului pe suport de hârtie
	Universitatea Tehnică 

„Gh. Asachi” Iaşi
	PAPHERCON
	Dr. Totolin Marian /

Dr. Cazacu Georgeta
	2012-2016
	750.000
	104500

	4
	Structuri compozite din răşini matrice biopoliuretanice sintetizate din uleiuri vegetale ranforsate cu fibre liberiene
	ICPE  Bucureşti
	BIOCOMRAN
	Dr. Oprea Ştefan
	2012-2016
	700.000
	104440

	5
	Noi biomateriale avansate, inteligente de tip giomer cu diverse aplicaţii în stomatologie
	Universitatea Babeş Bolyai- Inst. Cerc. În Chimie „Raluca Rîpan” Cluj-Napoca
	GIODENT
	Dr. Buruiană Tinca
	2012-2016
	600.000
	85211

	6
	Scriere directă cu laserul a materialelor compozite polimeri-grafene
	Inst. Naţional de Cerc.-Dezv. Pt. Fizica Laserilor şi Radiaţiei
	POLYGRAPH
	Dr. Buruiană Tinca
	2012-2016
	400.000
	75927

	7
	Structuri tridimensionale stimulate electric pentru ingineria ţesuturilor
	Inst. Naţional de Cerc.-Dezv. Pt. Fizica Laserilor şi Radiaţiei
	ELITISS
	Dr. Buruiană Emil
	2012-2016
	310.000
	29313

	8
	Hiperthermic magnetic nanoparticle ablation of liver and pancreatic tumors
	Universitatea de Medicină şi Farmacie Craiova
	NANO-ABLATION
	Dr. Fifere Adrian
	2012-2016
	300.000
	39502

	9
	Formulări complexe pe bază de lipozomi şi ciclodextrină pentru terapia transdermală a durerii
	Coordonator
	NANODERMA
	Dr. Valeria Harabagiu
	2014-2016
	375.000
	104372

	10
	Diode electroluminiscente organice flexibile cu emisie in alb pentru iluminare


	Coordonator
	FlexWOL
	Dr. Luminiţa Marin
	2014-2016
	675.000
	188411

	11
	Impactul acumulării metalelor grele asupra mediului şi productivităţii ecosistemelor forestiere: tehnologii non-convenţionale de remediere a pădurilor contaminate
	Coordonator
	Metafore
	Dr. Manuela Murariu
	2014-2016
	540.000
	143037

	12
	Reţea wireless de senzori pasivi de hidrogen de tip flex-on-chip pe bază de OLC-uri (onion-like carbon) manipulate cu ajutorul dielectroforezei
	Universitatea Tehnică 

„Gh. Asachi” Iaşi
	H2Sense
	Dr. Corneliu Hamciuc
	2014-2016
	175.005
	52442

	13
	Minitorizarea integrităţii structurale si autorepararea palelor de turbine eoliene şi a alltor structuri din compozite inteligente
	Institutul de Fizică Tehnică Iaşi
	STHEMOWTB
	Dr. Valeria Harabagiu
	2014-2016
	125.000
	33474

	14
	Dezvoltarea unui model funcţional de valorificare sustenabilă a diversităţii genetice şi fitochimice a populaţiilor naturale de Arnica montana L. Din nordul Carpaţilor Orientali
	CCB „Stejarul”  Piatra Neamţ
	ARMOREC
	Dr. Alina Nicolescu
	2014-2016
	280.000
	76032

	15
	Suporturi magnetice biomimetice ca strategie alternativă pentru ingineria şi repararea ţesutului osos
	Universitatea de Medicină şi Farmacie „Gr. T. Popa” Iaşi
	MAGBIOTISS
	Dr. Chiriac Aurica
	2014-2016
	175.000
	40193

	16
	Sistem inovativ de produse şi tehnologii destinat stimulării creşterii eco-eficienţei 
	INCD Textile Pielărie Bucureşti
	PROECOPEL
	Dr. Dan Roşu
	2014-2016
	100.000
	35431

	17
	Sisteme inovative de eliberare controlată sub formă de particule pentru ţintirea segmentului posterior ocular
	Universitatea Tehnică 

„Gh. Asachi” Iaşi
	OCULOMAT
	Dr. Gheorghe Funduianu
	2014-2016
	250.000
	69891

	18
	Sistem inovativ de mediere artistică interactivă destinat valorificării patrimoniului de artă al muzeelor din România
	Universitatea de Arte „G. Enescu” Iaşi
	SIMAP
	Dr. Mihaela Olaru
	2014-2016
	86.520
	16947

	19
	Ablație hipertermică cu nano-particule magnetice în tumori hepatice și pancreatice


	PN-II-PT-PCCA-2011-3
	
	Dr. Adrian Fifere
	2012-2016
	68000 euro
	53000

	                                                                                                     T O T A L 
	                                                                                                                                                                                                        8.241.525      
	1685240


PNII – Idei
















   Lei
	Nr

crt
	Titlu proiect
	Cod
	Director proiect
	Durata
	Buget total
	Buget 2016

	1
	Structuri de polimeri conjugaţi pentru celule solare organice de înaltă eficienţă
	ID-3-274
	Dr. Mircea Grigoraş
	2012-2016
	1.500.000
	338169

	2
	Sisteme complexe pe bază de polimeri conţinând structuri aciclice pentru materiale de înaltă performanţă
	ID-3-937
	Dr. Silvia Ioan
	2011-2016
	1.000.000
	69662

	3
	Cercetări avansate privitoare la comportarea sistemelor polimerice multicomponente sub acţiunea controlată a factorilor de mediu
	ID-3-187
	Dr. Dan Roşu
	2011-2016
	1.420.000
	215725

	4
	Micele şi vezicule nanostructurate din copolimeri bloc amfifili cu polizaharide drept blocuri hidrofile. O direcţie versatilă pentru obţinerea de noi biomateriale
	ID-3-622
	Dr. Marieta Nichifor
	2011-2016
	1.500.000
	242769

	5
	Conceperea şi realizarea unor compozite hibride pe bază de noi structuri polimere pentru aplicaţii biomedicale şi optice în nanotehnologie
	ID-3-164
	Dr. Emil Buruiană
	2011-2016
	1.500.000
	30995

	6
	Materiale polimere cu prprietăţi inteligente
	ID-3-199
	Dr. Maria Bercea
	2011-2016
	1.500.000
	181036

	7
	Polirotaxani pe bază de polimeri n-conjugaţi cu aplicaţii în micro-optoelectronică
	ID-3-035
	Dr. Aurica Farcaş
	2012-2016
	1.500.000
	347457

	8
	Matrici ionice poroase cu arhitectură şi responsivitate predeterminate pentru a găzdui compuşi bioactivi
	ID-3-300
	Dr. Ecaterina Stela Drăgan
	2012-2016
	1.350.000
	107124

	9
	Modificări conformaţionale ale peptidelor implicate în patologiile neurodegenerative sub acţiunea metalelor şi variaţiilor de pH
	ID-3-628
	Dr. Manuela Murariu
	2011-2016
	1.300.000
	94071

	10
	Noi reţele de coordinare conţinând punţi polifuncţionale flexibile
	ID-4-261
	Dr. Maria Cazacu
	2013-2016
	1.125.000
	220539

	                                 T O T A L 
	13.909.472
	2125747


PNII - Idei complexe














   Lei
	Nr

crt
	Titlu proiect
	Cod
	Director proiect
	Durata
	Buget total
	Buget 2016

	1
	Sisteme de inspiraţie biologică pentru entităţi proiectate structural şi funcţional
	ID-2-028
	Dr. Mariana Pinteală
	2012-

2016
	4.705.813
	352793

	2
	Genetic and environmental factors in emotion regulation development during adolescence : implications for anxiety disorders and depression
	ID-2-045
	Dr. Bogdan C. Simionescu
	2012-

2016
	367.438


	74176

	                                 T O T A L 
	5.073.251
	426969


5.4. Manifestari stiintifice sau ateliere de lucru internationale organizate

	Nr. crt.
	Denumirea manifestarii


	Loc/data


	Descriere

	1. 
	9th “Cristofor I. Simionescu” Symposium on Frontiers in Macromolecular and Supramolecular Science
	Bucuresti-Iasi

29.05-03.06.2016
	Informatii program: http ://www.icmpp.ro/events/conferences 

12 conferinte, 67 comunicari, 13 postere

	2. 
	Workshop on patenting at European Patent Office
	Institutul de Chimie Macromoleculara “Petru Poni” Iasi
6-8.06.2016
	Informatii program: http ://www.icmpp.ro/events/conferences

	3. 
	12th International Conference on Colloid and Surface Chemistry 
	Institutul de Chimie Macromoleculara “Petru Poni” Iasi
16-18.05.2016
	Informatii program:
http://www.icmpp.ro/ro/events/conferences/conferinte.html
33 comunicari orale si 30 postere



	4. 
	XIIème Colloque Franco-Roumain sur les Polymères 

	Sophia Antipolis, Franta

5-7.09.2016
	Informatii program:
http://www.icmpp.ro/ro/events/conferences/conferinte.html
Participanti: peste 40 de cercetatori, doctoranzi si postdoctoranzi din Franta si Romania


5.5. Manifestari nationale organizate

	Nr. crt.
	Denumirea manifestarii


	Loc/data


	Descriere

	1. 
	Petru Poni: 175 de ani de la nastere 

	Institutul de Chimie Macromoleculara “Petru Poni” Iasi

25.01.2016
	Informatii program: http ://www.icmpp.ro/events/conferences
Participanti: peste 100 de elevi, studenti, cadre didactice, cercetatori din Iasi

Prin alocutiunile prezentate, expozitia “Petru Poni” organizata de Complexul Muzeal National “Moldova”, Iasi si video-documentarul “Muzeul Poni-Cernatescu la ceas aniversar”, evenimentul a adus in memoria participantilor personalitatea marelui inaintas, pionier in dezvoltarea invatamantului superior de chimie la Iasi si savant de notorietate internationala. Audienta s-a bucurat apoi de lansarea volumului “Familia Poni. Pagini de corespondenta”; autori: muzeografi Oana Florescu si Monica Nannescu, manifestarea inspirand apoi articolul “Inceputurile iesene in chimie”; autori: Valeria Harabagiu, Adrian Carpov, Bogdan C. Simionescu, Revista de Politica Stiintei si Scientometrie , 5 (1), 5-13 (2016).


6.1. Brevete acordate
	Nr.

crt.
	Titlu brevet
	Brevet        

(nr./data acordarii)
	Autori

	1. 
	Sistem polimeric in dispersie apoasa sensibil la stimuli de pH si/sau temperatura
	127868/30.08.2016
	A. Chiriac, L. E. Nita, M. T. Nistor, I. Neamtu

	2. 
	Procedeu de sinteza a unei structuri polimerice cu sensibilitate termica
	128483/30.08.2016
	A. Chiriac, L. E. Nita, I. Neamtu, M. T. Nistor

	3. 
	Procedeu de sinteza a unui hidrogel sensibil la temperatura si pH
	128903/30.06.2016
	A. Chiriac, L. E. Nita, I. Neamtu, M. T. Nistor

	4. 
	Polimer hibrid nanocompozit cu unitati silsesquioxanice
	129364/30.09.2016
	M. A. Olaru, A. B. Simionescu, M. Aflori, F. Doroftei, C. Cotofana, E. G. Ioanid


6.5. Laboratoare de cercetare acreditate
Laborator de caracterizare micro si nanostructuri – LAMINAST

Certificat de acreditare nr. LI 708

Responsabil: dr. Aurica CHIRIAC

Laborator de caracterizare a materialelor polimere din/pentru ambalaje – CERPOL

Certificat de acreditare nr. LI 725/2008

Responsabil laborator: dr. Iuliana SPIRIDON; Responsabil testari: dr. Raluca Nicoleta DARIE; (http://www.icmpp.ro/facilities.html)

7.2. Coducatori de doctorat
	Nr. crt.
	Nume si prenume
	Domeniul
	Anul atestarii

	1. 
	Acad. Bogdan C. Simionescu
	CHIMIE
	1993

	2. 
	Dr. Virgil Bărboiu
	CHIMIE
	1994

	3. 
	Dr. Cornelia Vasile
	CHIMIE
	1999

	4. 
	Dr. ing. Ecaterina Stela Drăgan
	CHIMIE
	2002

	5. 
	Dr. Mircea GRIGORAS
	CHIMIE
	2002

	6. 
	Dr. Emil BURUIANA
	CHIMIE
	2004

	7. 
	Dr. Valeria HARABAGIU
	CHIMIE
	2009

	8. 
	Dr. Maria CAZACU
	CHIMIE
	2010

	9. 
	Dr. Mariana PINTEALA
	CHIMIE
	2010


7.2a. Teze de abilitare sustinute
	Nr. crt.
	Nume candidat
	Titlul tezei
	Domeniul/data sustinerii

	1. 
	Sergiu COSERI
	Functionalizarea biopolimerilor mediate de radicali nitroxilici: de la sinteza la aplicatii 
	CHIMIE /7.07.2016

	2. 
	Dana DAMACEANU
	Arhitecturi macromoleculare continand cicluri 1,3,4-oxadiazolice sau/si imidice pentru materiale performanate
	CHIMIE / 8.07.2016

	3. 
	Corneliu HAMCIUC
	Polimeri functionali contanand cicluri cu fosfor si/sau azot pentru aplicatii avansate
	CHIMIE / 7.07.2016

	4. 
	Luminita MARIN
	Arhitecturi supramoleculare generate de legatura azometinica
	CHIMIE / 8.07.2016

	5. 
	Marcela MIHAI
	Cresterea bioinspirata a cristalelor prin intermediul adidtivilor si materialelor templat polimerice. De la cercetarea fundamentala la aplicatii
	CHIMIE / 8.07.2016


7.3. Doctoranzi 
7.3a. Doctoranzi in stagiu

	Nr. Crt.
	Doctorand
	Aanul admiterii
	Conducător ştiinţific
	Menţiuni

	
	
	
	
	

	1. 
	Dogaru Bianca-Ioana
	2016
	Bogdan C. SIMIONESCU
	

	2. 
	CURUŢ Daniela (căs. RUSU) 
	2016
	Bogdan C. SIMIONESCU
	

	3. 
	Crăciun Bogdan 
	
	Mariana PINTEALA
	

	4. 
	VASILIU Tudor
	
	Mariana PINTEALA
	

	5. 
	COSEREANU Radu (cas. ZONDA)
	2016
	Mariana PINTEALA
	

	6. 
	TURCAN TROFIN Georgiana Oana
	
	Maria CAZACU
	

	7. 
	DIACONU Andrei
	
	Mihai BARBOIU
	

	8. 
	MATRICAL Ana Lavinia
	
	Bogdan C. SIMIONESCU
	

	9. 
	STROIA Andra Elena
	
	Bogdan C. SIMIONESCU
	

	10. 
	BEJAN Andrei
	2015
	Bogdan C. SIMIONESCU
	Cu bursa
Data sustinere estimata: 2018

	11. 
	CONDURACHE Bogdan Constantin
	2015
	Valeria HARABAGIU 
	Cu bursa

Data sustinere estimata: 2018

	12. 
	LUNGOCI Ana-Lacramioara


	2015
	Mariana PINTEALA
	Cu bursa

Data sustinere estimata: 2018

	13. 
	CRUDU Irina-Alexandra


	2015
	Mariana PINTEALA
	Cu bursa

Data sustinere estimata: 2018

	14. 
	PRICOPE Gabriela


	2015
	Mariana PINTEALA
	Cu bursa

Data sustinere estimata: 2018

	15. 
	OANCEA Andrei-Victor


	2014
	Bogdan C. SIMIONESCU
	Cu bursa

Teza in engleza

	16. 
	HUMELNICU Andra-Cristina
	2014
	Valeria HARABAGIU
	Cu bursa

Data sustinere estimata: 2017

	17. 
	POPOVICI Petru Marcel


	2014
	Valeria HARABAGIU
	Cu bursa

Data sustinere estimata: 2017

	18. 
	ISAC Dragos-Lucian


	2014
	Mariana PINTEALA
	Cu bursa

Data sustinere estimata: 2017

	19. 
	DIACONU Alina


	2014
	co-tutela 

Mariana PINTEALA 

Cornelia VASILE
	Cu bursa; 

Data sustinere estimata: 2017

	20. 
	TUGUI Codrin


	2013
	Maria CAZACU
	Cu bursa

Data sustinere estimata: 2016

	21. 
	BELE Adrian
	2012
	Maria CAZACU
	Cu bursa

Prelungire 12 luni
Data sustinere estimata: 31.10.2016

	22. 
	CAZACU Marcela

(cas. Savin)
	2012
	Valeria HARABAGIU
	Fara bursa

Prelungire 20 de luni

Data sustinere estimata: 30.06.2017

	23. 
	DUMITRIU Ana-Maria Corina


	2010
	Maria CAZACU
	Fara bursa

prelungire 21 luni

Data sustinere estimata: 31 iulie 2016

	24. 
	AGAPIE Bogdan-Iulian


	2010
	Virgil BARBOIU
	Fara bursa

Prelungire 2 ani 

Data sustinere estimata: 31.10.2016
Propunere exmatriculare

	25. 
	BALAN Mihaela


	2008
	Bogdan C. SIMIONESCU
	Fara frecventa

Prelungire 2 ani 

Data sustinere estimata: 2016

	26. 
	STEFAN Eugen


	2008
	Mircea GRIGORAS
	Fara frecventa 

Data sustinere estimata: 31.10.2017

	27. 
	CHIRILA Oana


	2008
	Cornelia VASILE
	Fara bursa

Prelungire 2 ani
Data sustinere estimata: 31.10.2017


7.3b. Doctoranzi/postdoctoranzi sustinuti din alte surse de finantare
	Nr. crt.
	Nume si prenume
	Sursa de finantare
	Perioada de angajare

	1. 
	Dr. Maria IGNAT (postdoc)
	PN-II-PT-276/2014
	01.01.2015-31.10.2016 (100%)

	2. 
	Razvan ROTARU (drd)
	PN-II-PT-PCCA 59/2014
	01.01-31.12.2016 (50%)

	3. 
	Dr. Irina ROSCA (postdoc)
	PNII-ID-PCCE-2011-2-0028
	01.01-31.12.2016 (100%)

	4. 
	Dr. Lilia CLIMA (postdoc)
	PNII-ID-PCCE-2011-2-0028
	01.01-31.12.2016 (100%)

	5. 
	Natalia SIMIONESCU (drd)
	PNII-ID-PCCE-2011-2-0028
	01.01-31.12.2016 (100%)

	6. 
	Ana-Maria Corina DUMITRIU (drd)
	PN-II-ID-PCE-2012-4
	01.01-30.06.2016 (100%)

	7. 
	Alina LAZAR (cas. SOROCEANU) (drd)
	FP7-ENERGY-2012-309139
	01.01-31.12.2016 (50%)

	8. 
	Mihail IACOB (drd)
	FP7-ENERGY-2012-309139
	01.01-31.12.2016 (100%)

	9. 
	Adrian BELE (drd)
	FP7-ENERGY-2012-309139
	01.11-31.12.2016 (100%)

	10. 
	Dr. Vera BALAN (postdoc)
	PCCA tip II Contract nr. 211/2012
	01.01-31.12.2016 (100%)


7.3c. Teze sustinute

	Nr. crt.
	Doctorand
	Conducator stiinţific
	Titlul tezei
	Comisia de analiza a tezei

	1. 
	Razvan ROTARU
	Dr. Valeria HARABAGIU
	Compozite Polimerice Feroelectrice şi/sau Feromagnetice
	PREŞEDINTE: Acad. Bogdan C. Simionescu, Institutul de Chimie Macromoleculară "Petru Poni" din Iaşi
CONDUCĂTOR ŞTIINŢIFIC: Dr. Valeria Harabagiu, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
REFERENŢI:
Prof. Dr. Geta David, Universitatea Tehnică "Gheorghe Asachi" din Iaşi
Prof Dr. Felicia Iacomi, Facultatea de Fizică, Universitatea "Al. I. Cuza" din Iaşi 
Dr. Liviu Săcărescu, CS II, Institutul de Chimie Macromoleculară „Petru Poni”, Iaşi

	2. 
	Violeta Otilia MIHAI (cas. RUSU)
	Dr. Emil BURUIANA
	Dezvoltarea şi caracterizarea unor noi elastomeri poliuretanici ce conţin grupări heterociclice
	PREŞEDINTE: Dr. Anton Airinei, CS I, Director al Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
CONDUCĂTOR ŞTIINŢIFIC: Dr. Emil C. Buruiană, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
REFERENŢI:
Prof. Dr. Ionel Mangalagiu, Universitatea “Alexandru Ioan Cuza” din Iaşi
Prof. Dr. Nicolae Hurduc, Universitatea Tehnică ”Gheorghe Asachi” din Iaşi
Dr. Ştefan Oprea, CS I,  Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi 

	3. 
	Daniela AILINCAI
	Acad Bogdan C. SIMIONESCU
	Structuri supramoleculare complexe cu aplicaţii biomedicale
	PREŞEDINTE: Dr. Valeria Harabagiu, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
CONDUCĂTOR ŞTIINŢIFIC: Acad. Bogdan C. Simionescu,  Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
REFERENŢI:
Dr. Silvia Destri, Cercetător Principal, Institutul pentru Studii Macromoleculare din Milano, Italia
Prof. Dr. Geta David, Universitatea Tehnică "Gheorghe Asachi" din Iaşi
Dr. Mariana Pinteală, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi

	4. 
	Daniela PAMFIL
	Dr. Cornelia VASILE
	Noi bioamateriale receptive la stimuli externi continand proteine
	PREŞEDINTE: Dr. Anton Airinei, CS I, Director al Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi 
CONDUCĂTORI DE DOCTORAT: Dr. Cornelia VASILE, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
Dr. Maria CAZACU, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi 
REFERENŢI:
Prof. Dr. Liliana VEREŞTIUC, Universitatea de Medicină şi Farmacie ”Grigore T. Popa”din Iaşi
Prof. Dr. Marcel Ionel POPA, Universitatea Tehnică „Gheorghe Asachi” din Iaşi
Dr. Loredana Elena NIŢĂ, CS II, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi

	5. 
	Alina Elena NICOLESCU
	Acad Bogdan C. SIMIONESCU
	Tehnici RMN în studiul biofluidelor
	PREŞEDINTE: Dr. Anton Airinei, CS I, Director al Institutului de Chimie Macromoleculară “Petru Poni”, Iaşi 
CONDUCATOR ŞTIINŢIFIC: 
Acad. Bogdan C. Simionescu, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
REFERENŢI:
Prof. Sorin Roşca, Universitatea Politehnica din Bucureşti
Dr. Călin Deleanu, CS I, Centrul de Chimie Organică "Costin D. Neniţescu" al Academiei Române din Bucureşti
Dr. Emilian Georgescu, CS I, Centrul de Cercetări Oltchim din Râmnicu Vâlcea

	6. 
	Sanda Maria ROTAR (cas. BUCATARIU)
	Dr. Valeria HARABAGIU
	Hidrogeluri cu structuri controlate pentru reţinerea şi eliberarea medicamentelor şi a altor compuşi bioactivi
	PREŞEDINTE: Acad. Bogdan C. Simionescu, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
CONDUCATOR ŞTIINŢIFIC: Dr. Valeria Harabagiu, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi 
REFERENŢI:
Prof. Dr. Ing. Geta David, Universitatea Tehnică "Gh. Asachi" din Iaşi.
Conf. Dr. Maria Butnaru, Universitatea de Medicină şi Farmacie „Gr. T. Popa” din Iaşi,
Dr. Mariana Pinteală, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi

	7. 
	Ioan Andrei DASCALU
	Acad Bogdan C. SIMIONESCU
	Nanoconjugate cu nucleu de fulerenă C60 şi dimensiuni subcelulare pentru aplicaţii biomedicale
	PREŞEDINTE: Dr. Valeria Harabagiu, Secretar Ştiinţific al Institutului de Chimie Macromoleculară “Petru Poni”, Iaşi 
CONDUCATOR ŞTIINŢIFIC: Acad. Bogdan C. Simionescu, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi
REFERENŢI:
Dr. Mariana Pinteală, CS I, Institutul de Chimie Macromoleculară “Petru Poni”, Iaşi 
Prof. dr. Elena Bîcu, Universitatea "Al. I. Cuza" Iaşi, Facultatea de Chimie 
Conf. dr. Camelia Mihăilescu, Universitatea Tehnică "Gh. Asachi" din Iaşi,
Facultatea de Inginerie Chimică şi Protecţia Mediului


8.1. Membri in collective de redactie/editoriale
	Nr. crt.
	Nume si prenume
	Revista/editura

	1
	Dr. Maria BRUMA
	High Performance Polymers

	2
	Dr. Elena HAMCIUC
	Bulletin of  Micro and Nanoelectrotechnologies” (Bucharest).

	3
	Dr. Vlad Stelian
	Journal of Composites and Biodegradable Polymers

	4
	Dr. Ecaterina Stela DRAGAN


	Research Journal of Chemistry and Environment

	
	
	International Journal of Chemistry

	
	
	Bio-Inspired Nanotechnology 

	5
	
	Current Smart Materials

	
	Dr. Gheorghe FUNDUEANU-CONSTANTIN
	Journal of Hydrogels

	
	
	Journal of Clinical Rehabilitative Tissue Engineering Research, Chinese Rehabilitation Medical Association 

	6
	Dr. Sergiu COSERI
	Chemical Engineering and Science

	
	
	American Journal of Physical Chemistry

	7
	
	ISRN Textiles

	8
	
	Journal of Materials Science and Engineering with Advanced Technology

	
	
	Journal of Composites and Biodegradable Polymers

	
	
	Advances in Chemical Engineering and Process Technology (ACEPT)

	9
	Dr. Iuliana Spiridon
	Cellulose Chemistry and Technology

	10
	Dr. Maria CAZACU
	Bulletin of Micro and Nanoelectrotechnologies, Bucuresti

	11
	Dr. Gheorghe ROMAN
	Journal of Chemistry

	12
	Dr. Aurica CHIRIAC
	Recent Patents on Materials Science

	13
	
	The Open Macromolecules Journal 

	14
	
	The Open Polymer Science Journal

	15
	
	Journal of Research Updates in Polymer Science

	16
	Dr. Loredana NITA
	Journal of Biomaterials and Nanobiotechnology

	17
	
	Recent Patents on Materials Science

	18
	Dr. Aurica FARCAS
	American Journal of Macromolecular Science, Columbia International Publishing, http://ajms.uscip.us

	19
	Dr. Cornelia VASILE
	Mediterranean Magazine

	20
	
	Journal of Polymers,Environmental Protection

	21
	
	Current Advances in Environmental Science (CAES)

	22
	
	IRED Conferences/Journals

	23
	
	International J. Polymer Science

	24
	
	Polymer Research

	25
	Acad. Bogdan C. SIMIONESCU
	Proceedings of the Romanian Academy, Series B: Chemistry, Life Science and Geoscience – Editorial Board

	26
	
	Revue Roumaine de Chimie : Assistant Editor-in-Chief

	27
	
	Revista Academica – Consiliul Editorial

	28
	Dr. Daniel TIMPU
	European Chemical Bulletin

	29
	Dr. Virgil BARBOIU
	Scientific Committee of POLYCHAR International Conferences

	30
	Dr. Valeria HARABAGIU
	International Journal of Polymer Analysis and Characterization


8.2. Membri in conducerea de organizatii internationale
	Nr. crt.
	Nume si prenume
	Organizatia

	1
	Dr. Maria BRUMA
	Institute of Physics, London, UK

	2
	Dr. Valeria HARABAGIU
	Asociatia EPNOE

	3
	Acad Bogdan C. SIMIONESCU
	Asociatia EPNOE

	4
	Dr. Cornelia VASILE
	Institute of Lignin

	5
	
	IUPAC

	6
	
	Planetary Society


8.3. Membri ai Academiei Romane

Acad. Bogdan C. Simionescu
8.4. Cercetatori cu indice Hirsch peste 8

	Nr. crt.
	Nume si prenume, grad profesional
	Indice Hirsch

	1. 
	Dr. Cornelia VASILE, CSI
	28

	2. 
	Dr. Maria BRUMA, CS I
	25

	3. 
	Dr. Ecaterina Stela DRAGAN, CSI
	25

	4. 
	Acad. Bogdan C. SIMIONESCU, CSI
	24

	5. 
	Dr. Ioan CIANGA
	23

	6. 
	Dr. Sergiu SHOVA, CSIII
	21

	7. 
	Dr. Maria CAZACU, CSI
	19

	8. 
	Dr. Elena HAMCIUC, CS II
	19

	9. 
	Dr. Corneliu COJOCARU
	18

	10. 
	Dr. Mariana CRISTEA
	18

	11. 
	Dr. Mariana Dana DAMACEANU, CS II
	18

	12. 
	Dr. Corneliu Hamciuc,  CS I
	18

	13. 
	Dr. Marieta NICHIFOR, CSI
	18

	14. 
	Dr. Luminita GHIMICI, CSII
	17

	15. 
	Dr. Mircea GRIGORAS
	17

	16. 
	Dr. Valeria HARABAGIU
	17

	17. 
	Dr. Mihai BREBU
	18

	18. 
	Dr. Emil BURUIANA, CSI
	16

	19. 
	Dr. Tinca BURUIANA, CSI
	16

	20. 
	Dr. Gheorghe FUNDUEANU-CONSTANTIN, CSI
	16

	21. 
	Dr. Fanicaa MUSTATA, CSI
	16

	22. 
	Dr. Stefan OPREA, CSI
	16

	23. 
	Dr. Dan ROSU, CSII
	16

	24. 
	Dr. Anton AIRINEI, CSI
	15

	25. 
	Dr. Maria BERCEA, CSI
	15

	26. 
	Dr. Calin DELEANU, CSI
	15

	27. 
	Dr. Maria Valentina DINU, CSIII
	15

	28. 
	Dr. Marieta FUNDUEANU-CONSTANTIN, CSIII
	15

	29. 
	Dr. Mariana PINTEALA, CSI
	15

	30. 
	Dr. Ion SAVA, CS I
	15

	31. 
	Dr. Ecaterina AVRAM, CSIII
	14

	32. 
	Dr. Georgeta MOCANU, CSI
	14

	33. 
	Dr. Carmen Mihaela POPESCU, CSII
	14

	34. 
	Dr. Maria-Cristina POPESCU, CSIII
	14

	35. 
	Dr. Carmen RACLES, CSII
	14

	36. 
	Dr. Vasile Cozan, CSII
	13

	37. 
	Dr. Silvia IOAN, CSI
	13

	38. 
	Dr. Luminita Marin CSII
	13

	39. 
	Dr. Simona MORARIU, CSII
	13

	40. 
	Dr. Iuliana SPIRIDON
	13

	41. 
	Dr. Aurelian STANCIU, CSII
	13

	42. 
	Dr. Carmen-Alice TEACA, CS 3
	13

	43. 
	Dr. Magda AFLORI, CSIII
	12

	44. 
	Dr. Aurica P. CHIRIAC, CSI
	12

	45. 
	Dr. Constantin CIOBANU, CSI
	12

	46. 
	Dr. Sergiu COSERI, CSII
	12

	47. 
	Dr. Aurica FARCAS, CSII
	12

	48. 
	Dr. Gheorghe ROMAN, CSIII
	12

	49. 
	Dr. Liliana ROSU, CSIII
	12

	50. 
	     Angelica VLAD, AC
	12

	51. 
	Dr. Tachiţă Vlad-Bubulac, CSIII
	12

	52. 
	Dr. Ion BUNIA, CSIII 
	11

	53. 
	Dr. Constantin GAINA, CSII
	11

	54. 
	Dr. Viorica GAINA, CSIII
	11

	55. 
	Dr. Doina MACOCINSCHI, CSIII
	11

	56. 
	Dr. Alina NICOLESCU
	11

	57. 
	Dr. Stelian VLAD, CSII
	11

	58. 
	Dr. Luminita CIANGA, CSIII
	10

	59. 
	Dr. Camelia Hulubei CSII
	10

	60. 
	Dr. Daniela FILIP, CSII
	10

	61. 
	Dr. Violeta MELINTE, CS
	10

	62. 
	Loredana E. NITA, CSII
	10

	63. 
	Dr. Liviu SACARESCU
	10

	64. 
	Dr. Nita TUDORACHI, CSII
	10

	65. 
	Dr. Georgeta CAZACU, CSII
	9

	66. 
	Dr. Diana CIOLACU, CS
	9

	67. 
	Dr. Marcela MIHAI, CSIII
	9

	68. 
	Dr. Manuela Murariu, AC
	9

	69. 
	Dr. Niculae OLARU, CSI
	9

	70. 
	Dr. Mitica SAVA, CSII
	9

	71. 
	Dr. Mihaela SIMIONESCU, CSII
	9

	72. 
	DR. Loredana VACAREANU, CS
	9

	73. 
	Dr. Rodinel ARDELEANU
	8

	74. 
	Dr. Cristina Eliza BRUNCHI, CS
	8

	75. 
	Dr. Mihaela DASCALU, CS
	8

	76. 
	Dr. Ionel Adrian DINU, CS
	8

	77. 
	Dr. Florica DOROFTEI, Ing.II
	8

	78. 
	Dr. Ghiocel IOANID, CSII
	8

	79. 
	Dr. Ana Maria Resmerita, CS
	8

	80. 
	Dr. Radu Rusu, CS
	8

	81. 
	Dr. Daniel TIMPU, CSII
	8

	82. 
	Dr. Gabriela SACARESCU
	8

	83. 
	Dr. Cristina-Doina VLAD, CSII
	8


8.5. Membri de onoare ai societatilor stiintifice nationale/international

	Nr. crt.
	Nume si prenume
	Premiul
	Societatea internationala

	1.
	Acad. Bogdan C. SIMIONESCU
	Membru de onoare
	Academia de Stiinte a Moldovei


8.6. Premii ale Academiei Romane
	Nr. crt.
	Nume si prenume
	Premiul

	1. 
	Adina ARVINTE
	I.G. Murgulescu

	2. 
	Marieta FUNDUEANU CONSTANTIN
	Cistofor I Simionescu

	3. 
	Mihaela DASCALU
	Cistofor I Simionescu


8.7. Premii ale societatilor stiintifice nationale
	Nr. crt.
	Nume si prenume
	Premiul/Societatea nationala

	1. 
	G. Ioanid


	Diploma de excelenta; Ministerul Educatiei al Republicii Moldova, Unibversitatea de Stat „Alecu Russo” din Balti
Pentru Aparate de masura a curentilor de inalta frecventa

Salonul International de Inventica, 6 iunie – 1 iulie.2016, Iasi

	2. 
	M. Olaru, A. B. Simionescu, M. Aflori, F. Doroftei, C. Cotofana, G. E. Ioanid


	GOLD MEDAL, The Hamangia Thinker

Pentru Hybrid polymer nanocomposites with silsesquioxane groups



	3. 
	G. E. Ioanid


	GOLD MEDAL pentru Devices for measuring high-frequency current  and voltage

The XX-th International Salon of Research, Innovation and Technological Transfer „Inventica 2016”, Iasi, 29 iunie – 1 iulie,  2016

	4. 
	V. Frunza, G. E. Ioanid, D. Rusu, G. Savin, S. Dunca, C. Tanase


	GOLD MEDAL

Pentru Equipment for plasma decontamination

EUROINVENT 2016, Expozitia Europeana a Creativitatii si Inovarii, Iasi, 21 mai, 2016

	5. 
	G. E. Ioanid, D. Rusu, M. Totolin, A. M. Vlad


	GOLD MEDAL

Pentru Multipurpose equipment for paper documents conservation
EUROINVENT 2016, Expozitia Europeana a Creativitatii si Inovarii, Iasi, 21 mai, 2016

	6. 
	E. G. Ioanid, M. Totolin, V. Frunza, G. Savin, D. Rusu, A. M. Vlad, M. Ursescu, C. Tanase, S. Dunca


	DIPLOMA si Medalia de aur
Pentru Instalatii pentru decontaminare in plasma rece de inalta frecventa

Targul Internationla de Inventii si Idei Practice, INVENT – INVEST 2016, Iasi , 15-18 sept. 2016

	7. 
	Institutul de Chimie Macromoleculara „Petru Poni” Iasi


	Diploma de excelenta si Medalia de aur cu mentiune speciala

Pentru Performante remarcabile in cercetare si inventica

SALONUL International de Inventica PRO INVENT, Editia a XIV-a, 2016, Cluj Napoca


8.8. Premii ale societatilor stiintifice internationale
	Nr. crt.
	Nume si prenume
	Premiul/Societatea nationala

	1.
	E. G. Ioanid
	Innovation Award with the diploma of Grand Officer 

Belgium Innovation Awards, Labor Improdus Omnia Vincit; 18th Nov. 2016, Brussels

	2.
	E. G. Ioanid, D. Rusu, M. Totolin, V. Frunza, G. Savin, A. M. Vlad


	GOLD MEDAL for Multifunctional equipment for paper documents conservation
The Belgian and Eureka International Trade Fair for Technological Innovation, Brussels; 19th Nov. 2016
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